Seat No.:

Subject Code: 3325901
Subject Name: Textile Process - |
Time: 10:30 AM to 01:00 PM

Instructions:
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Attempt all questions.

Make Suitable assumptions wherever necessary.

Figures to the right indicate full marks.

Use of programmable & Communication aids are strictly prohibited.
Use of only simple calculator is permitted in Mathematics.

English version is authentic.
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Define any seven out of ten. €Ml SIEURL Alclotl ol WL,

Polymerisation

WAlHRAS B2t
Filament yarn
sldlNo2 2Ll
Cuticle

iRsct

Medula

A syYcl

Wild silk

ases Res
Spinerete

aloRe

Elasticity

el EIEN
Tenacity

2at{lél
Elongation at break
SAlO2al A2 s
Moisture regain
HeSeuR Aot

Give reasons for following.
ol Aol HI2 $1RBN AW

Wool gives us warmth.

Glot AURA RH A B.

Viscose fibre is lustrous.
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(A8l LS Anslecllol dlat B.
Polyester cotton blend fabric is popular in summer.
WARRR Ul slectatl Asalal sius Gollouri M sl .

OR
Carbon fibre is used in Bullet proof jacket.

slolot SLESOR GA2 MR US BE2 Wollclall HIE AURA .
Polypropelene is used in "Geotextiles".
WAt 2920 2atelefcdul dauva 8.

OR
Acrylic fibre is mainly used in blanket.

AHAs $lESUR Yuaud oAodeHl dURAU B,
Polyester fibre should not be used for make lingerie.
AZ|Rell EW cBll slotlalall HIZ W(ARNRRA GUNDL 5 AN

(8.

OR
Cotton is comfortable.
sleot WRAHELAS &l O,
Write short note on staple yarn.
RUA Aol (AN 5ottt cAvl.
OR

Write short note on Filament Yarn.

slcddoe Aol ([AA gsollel vl

Draw cross sectional and longitudinal view of cotton fibre.
sleot SR HI2 LS| Aol Glell BE ENRL

OR
Draw cross sectional and longitudinal view of wool fibre.

Glotoll $LESUR HIZ WS Wal Glell BE ERL
Write short note on Textured Yarn.

2e28 2Alel (A gsolltt cul.
OR
Write short note on non woven fabric

allot it ¥(as QA &sallul Avll.
Write on burning and chemical solubility test for silk fibre.
Res stSer HI2 Anolalo(l ual AUAQ S slealdl 22 QA Al

OR
Write on burning and chemical solubility test for wool fibre.

Rol SLESUR HIZ ULelle(l WA AURAMQ S aleddl 222 (AN AWl

Give the physical properties of the Nylon-6 fibre.
sllAAeol-5 $lEeRall ellds 9RIuall .

OR
Give the chemical properties of the viscose rayon fibre.

(A8l 2ot $lEFHRell AAAQLS OQRIUHL AW,
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Write a short note on "Mature, immature and dead fibre".

"YRusal, UURUSA WA Y WAL SISoR ([AA gsolll vl

OR
Write short note on "Melt Spinning".

"Nee R0l (A gsoll el
Explain in detail reeling of silk with figure.

Resq] Aclot sal Hizell utulde] gl W adet s3A.

Write short note on " Spinning".

"stad RUe{loL" (A g5ttt vl

Write short note on general characteristic of the textile fibre.
2l SLSUAoll AHIeA 2RI (AR gsolltl Gl

Write the flow chart for the manufacturing of the viscose Rayon.

(A8l 220t ST HURAL BAULES HIZoll 5H %RULC.
Draw neat sketch of the manufacturing of the Acetate Rayon.
A2 $l5oIRell Guleatoll el wiglQ €N,
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