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Enrolment No.

GUJARAT TECHNOLOGICAL UNIVERSITY

DIPLOMA ENGINEERING - SEMESTER - | « EXAMINATION - SUMMER 2017

Subject Code: 3352903 Date: 6-05-2017
Subject Name: ADVANCED TEXTURISING & TWISTING
Time: 2.30 TO 5.00 PM Total Marks: 70
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Attempt all questions.

Make Suitable assumptions wherever necessary.

Figures to the right indicate full marks.

Use of programmable & Communication aids are strictly prohibited.
Use of only simple calculator is permitted in Mathematics.

English version is authentic.

Answer any seven out of ten. £2UHI2l SlEURL Ulcdell sclled WL 14
Enlist various texturising methods.

2eteyRpASoL v ofl QA Ut weudl.

Enlist different textured yarn defects.

zatzurese atol ofl vl ofl el stottal.

What is texturising? Give objects of texturising.

22Ul AeA 9? &YW oll Sl Ul

Enlist different yarn characteristics used for texturing.
2et2yRA5oL Aletell QAU opatunl ofl aALEl watlal.

Explain in brief apron feeding system.

AUl (33101 RreH A g5 Hi AHosLAl

Name the factors affecting airjet yarn quality.

AR B2 Alol ofl sl A MU 5l UR A ofl ALE] catl
What is draw texturising?

SlealeyRpAEwol AeA 9j?

Give objects of filament twisting.

et 2(ARADL otl 3 2 LU

What is air texturising?

AR 2eleYATYoL AeA 9?

What is sizing process?

AL YA AeA 9j?

Explain in brief warping process? 03

ardlor ylsau gsHi umesal 03
OR

Discuss pin twister. 03

Yot 2(Are? U uAl 5:A 03

Discuss bush twister. 03

o2l 2lder uR uul 53A 03
OR
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Write short note on micro filaments.

WS (3cNoe UR 25 olltd cull

Short note on quality control of air textured yarn

AR azese Alel sallflEl selct UR 25 ol cdull

OR
Write Short note on TFO

TFO UR 25 ollu cull

Explain the principle of Air-Jet Texturising.

AP 2&l2YRATYI ol QeRAUA UM
OR

Describe any two Defects, its Causes and Remedies for textured yarn/fabric.

2e2YASTxS ERL/SIUS ofl E5cl, Aoll SRl U Aol G
AL (O A Q)

How to Test denier and its variation for air jet textured yarn.

AP 2&12YRATASERL of 3[AUR 2cl Ual Aotl dRA2let 3(A RA

clulal.

OR
Draw diagram for stuffer box texturising machine.

U505 2al2yATYI Hallat ol wugla €1R
Describe stuffer box texturising machine.
U 50AUSU 2e12YATIL Helot UM

OR
How to Test spin finish content for air jet textured yarn.

AP 2e12YRATSERL Ml RUst (32l ol 22 3(A RA sA?

Draw neat sketch for false twist texturing.

sled eclre 2ateyRpal Hallot ofl vusld €12
OR
Determine factors affecting false twist textured yarn

sl ecllie 2aeYRATHSERIA UUR sl URKUA Bl
Differentiate between friction and pin twisting
$ls2lot Wl et 2(ARSOL A dsclcd Wl

OR
Describe Processing of microfilament on Texturising Machine

A5 (e of WARDL AHstal.

Draw the diagram for airjet texturising machine.
AP 2e12ATYI Hellot ol gl 1R

OR
State the need for filament twisting.

e 2(aRdal [ 3R el
Explain Air texturising process.
AP cUYRAT%S oll YA AHw .

OR
Explain false twist texturing principle.
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slcd ecllre 2ateyRpe5ol Hallot oll QRUA AHsIC.
Explain Knit-de-knit texturising method.
slle Sl olle 2ateyRpAeFol Hallot ol QRUA AU

Explain testing of crimp permanency and crimp contraction of textured yarn.

AR 288 2lol of UL SIEU URAA ual Sl U slaisalat of 2210l

U A

Explain denier testing of textured yarn.
2eu8 alol of do{lAR 2ol UMM
Describe principal of Friction twisting
(Bs2let 2(AreR ol QlRAUA uMsAl.
Describe principal of Edge Crimping.
Ao glHUloL ol QRAUA AHs1AL.
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