Seat No.: Enrolment No.:

GUJARAT TECHNOLOGICAL UNIVERSITY
DIPLOMA ENGINEERING -5 SEMESTER — « EXAMINATION - SUMMER 2017

Subject Code:3355205 Date:11-05-2017
Subject Name: Quality control
Time:2.30 TO 5.00 PM Total Marks: 70

Instructions:
1. Attempt all questions.
2. Make suitable assumptions wherever necessary.
3. Figures to the right indicate full marks.
4. Each question carry equal marks (14 marks)

Q.1 (@) List out different testing methods carried out in ceramic industry.
a1 A RRMEs Gl wraHl @Ay udlewt ugldalet atél Al
(b) Explain the sieve analysis test for powders.
ol WGEs? H2 ARl udlawt ylsar dHestal.

Q.2 (@) Explain the plasticity test for clays.
Y. w HEL HER welRRE wldlael ylsan dHes Al
(b) Write a note on density and viscosity.
ol Uolcll ol RAdUAL UR ol AW,

OR
(b) Explain the Modulus of Rupture testing method.

ol HISYe wl§ ARUR 22of Ulsaul AMAl.

Q.3 (a) Explain the Porosity test for Refractory bricks.
usl. 3 A yllddet 82l 1R Balgdl udlagl Auesal.
(b) Explain the working of filter press.
o [(3c2R Udetl s1H Al

OR
Q.3 (a) Explian the working of ball mill.

ys.3 A old Aol st dHesAl.
(b) Write a note on slip casting.
ol U sIE3L UR ol .

Q.4 (@) Describe the method of determining water absorption for wall tiles.
sy A glald asc He uell luel ugld aolal.
(b) Explain the moisture content determination Test.
ol QA [Aulal 22 UHAL

OR
Q.4 (@) Explain crazing resistant test for tiles.

Yl ¥l 2sed 12 3% yldRlus udletel uHesAl.
(b)  Write a note on testing of insulator.
ol ales udlaal uR ol cul.

1/2

07
09
07
09

07
09
07
09

07
09

07
09
07
09

07
09
07
09

07
09
07
09

07
09
07
09



Q.5
TERTY

Q.5
Yy

A
(b)

(a)
A

(b)

List out different defects of article during firing

uscadl awa Getl ddl (Q@u vletl atel AL

Write a note on Glazes.
AR U ol AW,

OR
Explain different testing methods for tiles.

2lEc HI2 Ulalgl ugAull Hestal.
Write a note on Loss on Ignition.
890{l2lol of$2llel UR ol A
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