Seat No.: Enrolment No.

GUJARAT TECHNOLOGICAL UNIVERSITY
DIPLOMA ENGINEERING - SEMESTER — IV * EXAMINATION - SUMMER- 2017

Subject Code: 342301 Date: 6-05-2017
Subject Name: Polymer Chemistry - 11
Time: 02:30 PM TO 05:00 PM Total Marks: 70

Instructions:
1. Attempt all questions.
2. Make suitable assumptions wherever necessary.
3. Figures to the right indicate full marks.
4. Each question carry equal marks (14 marks)
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Differentiate: Crystalline and amorphous Plastic
UL (Br2cl8ol Aol AHR sy LS

Describe linear, branched and cross linked polymer structure.

AR, olle, 51U cls WEAlHR @ 5AR arlal.

List the reasons of degradation.
(333 atet olt 51200{l L€ clotlall.
Explain the Ultrasonic wave Degradation

WE-AUAs Act (S)39Uet UM

OR
Explain in detail about Addition and Substitution reaction

W2t Wl AL 2Y2lot A5t UM A

Write short note on hydrolysis.
sl QAR UR gsellel cull.
Describe Acidolysis reaction .

AALS Al AAs2Uet el

OR
Explain aminolysis reaction with suitable example

Wl Al 520t BELRRL WA AHSLA

Describe thermal degradation in detail
A (3339tet [Qotcdallr U A

Write the method for production of LDPE in brief

LDPEail Geulgst Ut (Aot dull
Explain steps involved in the manufacturing of ABS

ABSell GeulEat oll UDLAL UMt

OR
Write a short note on inorganic polymers.
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Explain Industrial manufacturing process of PMMA in detail.

PMMA il 3 e202(ls Geule ot Ut dl [Aotctatr ¢l

Write process steps of for manufacturing of PU in detail.
PU oll Geul€at Uttlcllotl UdLALRAL (Adldellr AWl
Write a short note on Liquid Crystal Polymers.

Liquid Crystal Polymers UR ¢salltl Glull

OR
Explain Ladder polymers
Ladder polymers #xestal

Describe lonic polymers

lonic polymers aglal
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