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Attempt all questions.

Make Suitable assumptions wherever necessary.

Figures to the right indicate full marks.

Use of programmable & Communication aids are strictly prohibited.
Use of only simple calculator is permitted in Mathematics.

English version is authentic.

Draw neat sketch of compression molding machine and explain basic
principal.

5192001 M eSlol Hellotofl 21269 gl 31 Yo Rituict vl
Write process steps for compression molding cycle.

5199001 HIES1oL US HIS UslaAl UILAL AW,

Short note on bulk factor and perform
olcs 3522 Bal YIS ofl gsollel dull.

Write advantages & Disadvantages of compression molding process.

51991t HUES1oL Yglaul oll $LAEL Wl IR SLRAEL AL

OR
Describe the compression mold Heating System

51Ul HIES cdldlat uedl aelal.

Describe “CULL” removal techniques used in transfer molding
2lot g HIEsHL AuRldl “sct” £2 scle(l utudl aulal.
Draw neat sketch and explain Pot Transfer

2ele9 Algcll 131 We glort g2 AHA AL

OR
Write process steps for transfer molding process

2lo$R HESloL yslaltetl ualel cull.
Draw neat sketch and explain Plunger Transfer

21269 WGl 13 LtoR Lo $R AN

Write advantages & Disadvantages of transfer molding molding process.

2lotl$2 HIESLoL Uslalloll $LRLEL WA IR SLAEL AL
Draw any transfer mold and indicate all terminology.

518 URL 2lot§R HIES E1RL Wl ol situl oL 2.

OR
Write the short note on material selection criteria for transfer molding.
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2lotd 2 HIEslot 2 Hedlac uueo(l utudl QA gselld cul.
Write Injection molding process steps for thermoset material.

AR H2AA HIZoll B 52et HIESIO Uglaul UOLAL AW,

Comparison with Injection Moulding of Thermoplastics to thermoset
AN WAHRELs H2 32U HIZoll 80%59let HIESLOL oll UH[ A2 HIZoll HIlet

AU ol AE AVl

Write Start-up and Shut down Procedure for injection molding process used
for thermoset material

AR H2lAA HIZall Bo%s2Uot HIESIOL Yslal 213 scll Aal Y3 scll

H2oll UWILAL AW,

OR
Write Comparison with Compression and Transfer Moulding Process

510 Uol el glug? HIeSlot yslauell Ae cull.

Write Process Variables for injection molding process used for thermoset
material

AHR2 H2IlAA HIZoll Bo%59lot HIESIOL Uglall UA AV
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