Seat No.

Enrolment No.:

Gujarat Technological University

Diploma Engineering C to D Bridge Course Examination

Subject Code: C325003

Subject Name: Advanced Building Material
Time: 10.30AM TO 12.00PM

Instructions:

1.

Attempt all questions.

Date: 7-06-2017

Total Marks: 70

2. Make suitable assumption wherever necessary.
3. Each question is of 1 mark.
4. Use of SIMPLE CALCULATOR is permissible. (Scientific/Higher Version not allowed)
5. English version is authentic.
No. | Question Text and Option. Ul sl (AscAl.
In which ingredient of a varnish are litharge and lead acetate used?
1. | A | Resin B. | Drier
C. | Solvent D. | None of the above
cloflatetl sal uesHl dlawst wa As AA2e aya d?
LA 2R B. | staR
C. | Qe D. | Guanial As wol o}
Which type of varnish is the French polish?
2. | A. | Oil varnish B. | Turpentine varnish
C. | Water varnish D. | Spirit varnish
A WA sal ysik ol atollal 82
.| A e alla 2Uettetaofla
C. | der allat D. | allRecuollat
White lead is a of lead
3. | A. | Chloride B. | Sulphide
C. | Hydroxide D. | Carbonate
age as, as ol R
3. | A | sAlRs UCHLBS
C. | sladlsauss D | siellate
The tint of oxide of iron varies from
4. | A. | Black to greenish blue B. | Yellowish brown to black
C. | Reddish maroon to black D. | Bluish purple to violet
Aol oll BSABS of Sl el Yool slecd
¥. | A | sl ofls ol ldl-cues) B. | Yloual uscl oiGet &l st
C. | cletat H3et Al st D. 1 aedl wdet ol ctza@e
G | sheet roofing material is not used for
5. | A. | Industries B. | Factories
C. | Farm houses D. | Corporate offices
G 1 2lle 3(%oL ;i Al autdl
Y.
Al gawl B.

SRuLall
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C. | g slGR

D.

slRWre A5

The full form of A.C. sheet in ceilings is

6. | A. | Asbestos cement B. | Air conditioning
C. | Alternating current D. | Acrylic cement
ARl auRlg A.C. 2le of iy 23U 4L B

5. | A | A e B. | a2 s@allat
C. | vleesldlal 522 D. | aB@s de
What is used as a solvent in preparing oil varnishes?

7. | A. | Wood naphtha B. | Spirit of wine
C. | Linseed oil D. | All of the above
AUSA cllollal clotleatil Aede d33 9 ayla B2

9. | A | gs st ctset ofl 2lldle
Co | dllls 28 D. | Guretl wial
Hardwood ceilings are created with

8. | A. | Strips of plywood B. | Aand C both
C. | Strips of solid wood panels D. | Neither Aand C
alégs Aot wsttedll ol &

¢. |A wags ol @lw AuA C ol
C.lA@s gs Racu ol Fwt D. | Aual ¢ el As ugl o
Lithophone is a mixture of

9. | A. | Zinc sulphide and barytes B. | Zinc oxide and carbonate
C. | Iron oxide and barytes D. | Iron sulphide and carbonate
Al $lot wle] BleUR &

c. [A | ofls ucsiss uA ARy Ay BsABS wal slellale
C. | el 2Asues v Arized | P | iaiel destss ua siollae
Glazed tiles are generally used in

10. | A. | Bedrooms B. | Halls
C. | Toilets D. | None of the above
2ANS 21BEU Hlgl G AUHL Ayl &

. [A | As B. | dle
C. | Asdzu D | Guaniell As ugl 1@
Acrylic sheet roofing is used because of its

11. | A. | Light weight B. | Heavy weight
C. | Expensive cost D. | Weak quality
ABAs 2lle 3500t el AlA aylal B

. | A | sey axat B. | eudl aoyet
C. | allell $Hd D. | stadl scuclél
By which method can Strip flooring be done?

12. | A. | Tongue and groove B. | Nailed to the sub-floor
C. | Neither Aor B D. | Both Aand B
Ru sARlaL 58 ugldell aat &2

. -

A | 2ol ual 9yl B. | uot-sclul vlleatt 1idlA
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C.

AUl B A5 QL (@

D.

AW B ol

Which base changes colour when exposed to daylight?

13. | A. | Red lead B. | Zinc oxide
C. | Lithophone D. | White lead
sl Axall SAR UslR Yeelll Recuell slecia 82

3. |[A [ As B. | ofls alisues
C. | claaglet D. | colese Qs
Linseed oil is extracted from

14. | A. | Flax seeds B. | Nuts
C. | Poppy seeds D. | Sesame seeds
AlRlls 208t il yid e d

. | A | Qe llsu B. | otent
C. | Qul Alsu D. | Qs llsu
Which of the following base possess intense opacity?

15. | A. | Titanium white B. | Zinc oxide
C. | Lithophone D. | Tungoil
ol Auiell sl ABML G atlR WAAEL Sl B2

. | A | eszellan cslee Als vsAES
C. | cllaslet D. | 2oL 28c
Mangalore tiles are used for

16. | A. | Flooring B. | Wall cladding
C. | Roofing D. | Wall panelling
HOAIR 28GR AUHL dylA B

1s. | A | s@dlat Al sAslot
C. | z4lat D. | A Qacllat
Terracotta is an example of

17. | A. | Ferrous metal B. | Stoneware product
C. | Non-ferrous metal D. | Earthenware product
eRAslel ulell etncl B

9. | A 35 Nec B. | Stoneware product
C. Alol-32u Nec D. | Earthenware product
Aluminium, copper, zinc and lead are examples of

18. | A. | Ferrous metals B. | Clay products
C. | Non-ferrous metals D. | Cement products
Aol SluR, ols wal As Bloll ELHEL B

. [ A3 Ree s Ylsse
C. | ollot-32u Nt D. | flie Wsse
The main component of Ferrous metals is

19. | A. | Copper B. | Carbon
C. | Gold D. | Iron
%4 tlgullof Yuad ueld ul 8

Qc.
A SluR B. | si0let
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C. [

D. | el

False ceilings reduce the

20. | A. | Areaof aroom B. | Length of aroom
C. | Volume of a room D. | Width of aroom
sled Alcflouell 2 w2 B

20. | A | 3l Axsn B. | 210l ctaous
C. 131 ol Ay D. | 310l udlste
Perforated gypsum plaster board ceilings are not used in

21. | A. | Showrooms B. | Hospitals
C. | Auditoriums D. | Multiplexes
Bactts B wdizel S Al vl o2l aytdl

4. | A | Az B. | dadlecy
C. |l D. | nedla@a
The full form of POP is

22. | A. | Plaster of Paris B. | Plaster of Portland
C. | Neither A,BorD D. | Plaster of Persia
YRAUL ol 1l ysi ul 8
A e Ay Vil e Ay Weds

R & _ 5

- | A Byl D Hil As waL - v Ay uellau
o3
Which of these is not a cause for failure of paints?

23. | A. | Suitable surfaces B. | Bad workmanship
C. | Moisture D. | Salts and alkalis
o(lAuiell 53 UMl Lrsncliof siwL olell?

3. | A | uagsn uFdlu B. | wriot st
C. lax D iz aal &R
Which pigment is used to prepare blue colour in paints?

24. | A. | Zinc chrome B. | Raw umber
C. | Indigo D. | Graphite
YeAHl clesl 20U ololleal M2 s3 Yloide ayla 82

¥. |[A | ofls 5l B. |3l a0z
C. | édlon D. | Jse2
The substances that accelerate the process of drying are called

25. | A. | Vehicles B. | Solvents
C. | Driers D. | Bases
% ueld yYsieaoll slaual BsUA B Aal Al Secuad B

U | A | Adlse B. | Aeden
C. o D. | asflu
Which of the following is not an alloy of aluminium?

26. | A. | Aldural B. | Y-alloy
C. | Brass D. | Duralumin

5. | olAnidl 53 ARARAUH ol AAA o edl?
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UESYRA B. | car-dlAlal
C ot D. | g2eyullet
Which of the following is not a market form of Aluminium?
27. | A. | Coil based B. | Foil based
C. | Sheet based D. | Casting based
LA 53 ARAURAUM oA HE2 ol YsIR olell?
0. | A | s Axs B. | Qs Aoss
C. | alle Qs D. | s128loL Axs
Earthenware, stoneware, terracotta and porcelain are examples of
28. | A. | Wall finishes B. | Ferrous metals
C. | Types of false ceilings D. | Clay products
WHAAR, RNl AR, 215lel AA WRAAA Bloll ELVAL B
. | A | At flollall B. | % Necut
C. | Sl Aot ot ysi2 D. | 5@ ot ueld
The standard size of gypsum plaster board sheet is
29. | A. | 100 mm X 100 mm B. | 550 mm X 550 mm
C. | 1000 mm X 1000 mm D. | 600 mm X 600 mm
(B e oll§ 2lle ol yiils Hiu v B
*¢. 'A. 100 mm X 100 mm B. | 550 mm X 550 mm
C. | 1000 mm X 1000 mm D. | 600 mm X 600 mm
The sizes of A.C. sheet is usually
30. | A. | 4feet X 2 feet B. | Aand C both
C. | 4 feet X 4 feet D. | Neither Aand C
AHAA: AC. 2le oll My 2w B
30. | A | 4feet X2 feet B. | Aua C
C. |4 feet X 4 feet D. | Aua ¢ Higll s ugl R
Which type of flooring is strip flooring or block flooring?
31. | A. | Tiled flooring B. | Stone flooring
C. | Ceramic flooring D. | Wood flooring
RuU ARl waal odls SARL & YsiR of sAIloL 82
39. | A | awes sAldlal B. | ot scldloL
C. | dla@s sl D. | csst of sARNaL
False ceilings provide sound insulation; false ceiling hide ugly trusses
32 A. | Partoneis false and part two is | B. | Part one is true and part two is false
' true
C. | Both parts are false D. | Both parts are true
glet Al Aot wclers] YAt A B; Sl Aol Atel gual UAd B
A1 el erol Wiel ua ollgl B 1 el ettot A Ut oflesl ewwol
3.
GULOL UL ulal
C | ua ewot Wt D | aid ewwol a2
How much time does Emulsion paint take to dry when applied on a surface?
33. |A. | 25t03hrs B. |15to2hrs
C. [0.5to lhr D. |35to4hrs
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S8 AFU UR AOUSAL GlLE BHAA UE2 ol Yslcll sl AHAU AL 8 ?

33. [A | 2u dl 3 sceus B. | qu ol 2 scaus
C. louell @ sceus D. | 3.4 ol ¥ scas
Which pigment does Anti-corrosive paint contain?
34. | A. | Chromium oxide B. | Red lead
C. | Zinc chrome D. | All of the above
AWI-s1AMc UBe Ui s Ulode &l 82
3%, | A | slla RS B. |t @s
C. 1 ofls 5l D. | Guz aust
What tint of colour is prepared from the pigment Carmine?
35. |A. | Red B. | Blue
C. | Brown D. | Green
sidiget Ulode el sal scRell 22 ola 82
U, | A A B. | cuesl
C. | auGet D. |l
Which of the following statements is true?
A. | Only murals of outdoor scenes B. | Wallpapers are difficult to maintain
36. can be printed on wallpapers
C. | Wallpapers can be applied by D. | One roll of wallpaper covers 90 square
glue or paste feet
oA gl 53 s Wy B?
A | QAU 5t wslRetl B. | dltQudial eeg olg Auz B
36, gRlloll 1AL OULE A
C. | QAeQual oot waal Aell | P | As Aldluedl Ad ¢co ARY 42
cousl asta 8 saR 531 A% B
Which material is not used for false ceiling?
37. | A. | Thermocole sheet B. | Glass
C. | Plain A.C. sheet D. | Mangalore tiles
5¢5 AHIYL vilel 9t 12 ol auridl?
30. A | adltla elle B. | siu
Colaul Al ole D. | Moz el
For holding the ingredients of the paint in liquid suspension we use
38. | A. | Base B. | Vehicle
C. | Solvent D. | Drier
Vo2 oll U Slal Yl AWo2Aot HL AU cll HIZ WIUBL AL dURLA B.
3¢. [A A B. | cltget
C. | Qcaee D. | staR
Which one of the following makes cast iron brittle?
39. | A |lron B. | Pigiron
C. | Manganese D. | Sulphur
3¢. | QAUHLE SlaL 512 AR KRS olelld B?
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Aluls B. | @t uuaiel
C. | Al D. | ues?
Which of the following is not a type of hard flooring?
40. | A. | Carpet B. | Stone
C. | Wood D. | Tiles
(LAl s20 618 SARL ol YsIR otell.
¥o. | A | sille B. | yeaR
C. | eusg D. | ascut
For providing extra security to main door we use
41. | A. | Normal tower bolt B. | Latches
C. | Concealed tower bolt D. | All of them
Yul gallxlal cltlRAell et Y3l uisal {2 Ul el Gualal s ¢l
¥ | A | Aot 2leR dlee B. |sdl
C. | ond atar dlee D. | Qutett st
This is an ingredient of an oil borne paint
42. | A. | Drier B. | Chemical
C. | Soluble D. | None of them
AWBA clol UBoRoll Ul WS Us O,
¥2. | A | glaR B. | 3@sct
C e D | Quot 818 o3
In which type of steel carbon content is very low?
43. | A. | Mild steel B. | Dead steel
C. | Medium carbon steel D. | High carbon steel
sl YSIR ol REVAML sl6lat of YHIBL Ui o1y B?
¥3. HIBESs Wld B. | 3s ¥l
HralH slolet Kl D | 18 stolot ¥t
The most commonly used tiles for flooring are
44. | A. | Vitrified tiles B. | PVCitiles
C. | Cork tiles D. | Rubber tiles
AHLA UD SR W aa? duRldl atsc 1L B.
XY, Qlsiss lscu B | Ylclll atset
C. 195 elset D. | 2012 el
Which is not a element of suspended ceiling?
45. | A. | Primary member B. | Secondary member
G.l. sheets D. | Ceiling tiles
52| UWoS Yctoll UeA o112
¥ | A yalls dea HitAMs ue
C | ®. wus. dlen D. | s9ctoll 2ttt
In paint solvent is used for
46. | A. | Deep penetration B. | Glossy face
C. | Good appearance D. | Smoothness
¥S. | UBo2 HLalas dlloll Hie dURA 8.
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A By Gedrell

B.

qnslQ 1w

C. |l tuwia

D.

dly

For making silicate paint, ground silica has to be mixed with

47. | A. | Resinous substance B. | Linseed oil
C. | Turpentine D. | Red lead
RA32 U2 clollctall HIZ UGBS RASL A ol A RBRL scAHL A B.
¥o. | A | Alsg uetd B. | wnalle Act
C. | RaeRr D. | clt ells
Clay is a product of chemical weathering of
48. | A. | Metamorphic rocks B. | Sedimentary rocks
C. | Igneous rocks D. | None of the above
sA Sloll Q05 Ul of Wsse ©.
¥e. | A | ReullEs Asu B. | gt As
C. | ubagc Asu D. | Guanial As uoel R
What is the defect in painting caused by water vapour trapped behind the painted
surface?
49. A Flashing B. | Blistering
C. | Wrinkling D. | Bloom
YR oll Rt scRell AUl ol utess armt Al seell Audl uR s¢8 vl ala 2
¥e. sAaloL B. | (caeRFaL
I CEREI D. | o
Which paint is easy to visible in darkness?
50. | A. | Anticorrosive paint B. | Aluminium paint
Emulsion paint D. | Graphite paint
g2 Utoe JLLURAHL ULL Eull2 A% 8?7
wo. [A | stieul@us Aeee ARARam Asoe
C. | sucalet ABse2 D. | 351652 Avsoe
The flaking happens due to
51. | A. | Fading of colour by exposure B. | Surface preparation
C. | Poor adhesion D. | Cleaning of surface after painting
sA(SoL ulell S120L UL D
ua, | A | sl 201 el Ul B. | qwdl ol daudl
C. | slolg Attt D. | Qeslot uegdl uudl ol ustes
Which type of ceiling allows maximum light penetration?
52. | A. | PVC sheet B. | Glass roof tile
C. | Fibre glass D. | thermocole sheet
sl 1).8[20{1 OdHl HeH (2 aall Yslal Ve wlad 8?
w. [A (ULl @e B. | sttt ©ctoll 2185t
C. | stssetR scu D. | allsle 2lle
Stucco plaster is used for
53. | A. | External surfaces only B. | Both external and internal surfaces
C. | Internal surfaces only D. | Only over wooden surfaces
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RS W2 R WHL U B,

us. A el o18lRatl CLONHL B. el olSLRell GLULONHL
C. el Ao 01l Aol D. | viell ot retl @uollm
Which of the following statements is false?
A. | Terrazzo provides a seamless B. | Terrazzo contains various types of
54, surface aggregates
C. | Terrazzo is used only for D. | Terrazzo gives design flexibility
residences
ol uiell 53 s Wi B?
A | 20 As Alettysct uFA B. | 2213 i @fu ysi? it Adeu
uy. W B ala &
C. 2Rl g5t ustoll Wl curtn | P | 22lflell Slostgsetit A HA B
R
Oldest material used as roofing material is
55. | A. | G.l. sheet B. | Mangalore tiles
C. | Acrylic sheet D. | PVC sheet
3301 H2RUAML AURL %o H2RUA uL B,
. (A [, dle B. | Nocl? et
C. |a3@s e D. | Ulclall 2lle
Which is the cheapest available material for false ceiling?
56. | A. | PVC B. | Glass
C. | Thermocole sheet D. | Wood
vl 9t 1 Ul Guctodt WMl s 82
us. | A | Ulellall B. | siu
C. | aallBl 2lle D | cusg
Which type of varnish is used on maps and pictures?
57. | A. | Turpentine varnish B. | Oil varnish
C. | Water varnish D. | Spirit varnish
o152l Wal RV UR sl YslRa] clllolal curvia 82
wo. | A | taelr albla B. | alct culolal
C.o | well aufla D. | IRz aulslat
Form which type of trees is turpentine obtained?
58. | A. | Mango tree B. | Banyan tree
C. | Pinetree D. | Firtree
2Uzl8el sl Ysiell gt Hiell ulid s 82
ue. | A | ool gt B. | ase qgat
C. | weet gt D. | 52 gat
Which is the characteristic of ideal paint?
59. | A. | Good spreading power B. | Fairly cheap
C. | Economical D. | All of them
ue. | uled Ugooll [@QAaldl 58 B.
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A s detaell G Bl Asen Ay
C. | a@sdla g D. | Quett st
Melting point of wrought iron is

60. | A. |1200°C B. |3000°C
C. |2000°C D. |1500°C
US R AL of olctat (Blg 9 B,

so. | A | 1000 3000°Q
C. | 200002 D. | quooe A
Turpentine oil is used in paints as

61. | A. | Thinner B. | Vehicle
C. | Drier D. | Base
EAER Ac oll Uoe ML 9 GUAIL Ul B.

s | A | Wdg sl B. | ciget
C. | slaR D. | ay
The thickness of cement mortar plaster is about

62. | A. | 10-15mm B. |20-25mm
C. |55-60 mm D. | 35-40 mm
AlAe el rcueRell st ulell sedl sl B.

s2. [A | q0-au il B. | 20-2u o{lal
C. | yu-so Hlall D. 1 3u-yo {lll
Carpet flooring is used in

63. | A. | Hotels B. | Factories
C. | Malls D. | Industries
side Aol AHL cuRGA B.

s3. dlect B. | ¥sedl
C. Ay D. | o52dl3
Which of the following is not used as a flooring material?

64. | A. | Marble B. | Granite
C. | Chalk D. | Sand stone
olAuiel 53 sl HARUA dlF otell cauRg?

s¥. | A | Hole B. | Jousse
C. | D. | qs et
Standard size of mangalore tiles as roofing material is

65. | A. | 300 -400 mm B. | 500-600 mm
C. | 600—-800 mm D. |200-300 mm
3301 HRRWA 1Y duRcl HoAlR 2l8cla] o5 S MU 9 B.

su. | A | 300-¥00 HLHl. B. | 400-500 {l.Hl.
C. | s00-coo L. D. 1 200-300 {l.1{l.
Fibre board are used in ceiling because
A. | High insulation against sound B. | Reflect light

66. and fire
C. | Water proof D. | Corrosion free
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$L80R 6LS oll VIZL 69t HI2 GUAdL UL B 51201

A | e[l el L AR G B. | ysta yulQel@a
SS.
8o A2lol
C.o | wela ylQAus D. | ste cotausdl yuBauell ysd
Which tint of colour is prepared from use of chrome green?
67. | A. | Green B. | Blue
C. |Red D. | Brown
51 Iflot oll Graotel sERAl 520 AS HS V.
so. | A |daA B. oy
C. |aua D. | 011Gt
The commonly used base for paints is
68. | A. | Nutoil B. | Copper sulphate
C. | Tung oil D. | White lead
VoA Hi UHLeA A GUAHL Aclldl Ad AL B.
sc. | A | e Aa B. | fluz ucke
C. | dotaa D. lweas
The word ‘Terracotta’ means
69. | A. | 13cots B. | Baked earth
C. | Baked fibre D. | Cooled earth
‘2R0slel 2A0E oll HAAo AL ®
se. | A | a3 udoal B. | a3l wdl
C. | Vet slseR D. 1 gl widl
Cast iron is prepared from melting of which metal?
70. | A. | Mild steel B. | Pigiron
C. | Wrought iron D. | Steel
2l tld o AUUSLA 522 Aol dAR SCUHL WA B?
90. | A | wees ®ld B. | @ot 22l
C. | uscrk Auis D. | ¥la
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