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Seat No.: ________                                                           Enrolment No._______ 

 

GUJARAT TECHNOLOGICAL UNIVERSITY 
Diploma Engineering - SEMESTER–II (CtoD) • EXAMINATION – SUMMER • 2014 

 

Subject Code: C322301 Date: 26-06-2014        

Subject Name: Polymer Chemistry 

Time: 10:30 am - 12:00 pm     Total Marks: 70 
Instructions: 

1. Attempt all questions. 

2. Make suitable assumption wherever necessary. 

3. Each question is of 1 mark. 

4. Use of SIMPLE CALCULATOR is permissible. (Scientific/Higher Version not allowed) 

5. English version is authentic. 
 

No. Question Text and Option 

1. 

Commercial production of polypropylene employs _______ polymerization. 

A. emulsion B. suspension 

C. solution D. bulk 

2. 

Visco-elastic behaviour exhibited by plastics is a __________ like behaviour. 

A. solid B. liquid 

C. combination of solid and liquid D. neither solid nor liquid 

3. 

Pick out the correct statement. 

A. Plastics are good conductors of 

heat and electricity 

B. All the polymers are highly crystalline 

in nature 

C. Polymers can be vaporised by 

heating to a very high 

temperature 

D. The liquid polymer becomes greasy, 

then waxy and finally solid on 

increasing the degree of polymerisation 

4. 

Temperature maintained in the emulsion polymerisation reactor for PVC manufacture 

is about __________ ° C. 

A. -20 B. 50 

C. 250 D. 500 

5. 

Low density polythene as compared to high density polythene is 

A. harder B. Tougher 

C. chemically inert D. more flexible 

6. 

The monomer is taken in the __________ state in the bulk polymerization. 

A. liquid B. Gas 

C. viscous D. Solid 

7. 

In the solution polymerization, the monomer is dissolved in a ______ along with CTA. 

A. solution B. catalyst 

C. Inert solvent D. water 

8. 

In suspension polymerisation, the monomer is suspended in _________. 

A. liquid B. water 

C. solid D. solution 

9. 

Water-insoluble monomers can be polymerised by __________. 

A. bulk B. emulsion  

C. suspension D. solution 

10. 

Expandable polystyrene beads are produced by _________ polymerisation. 

A. suspension B. addition 

C. bulk D. melt 

11. 

PVC resin made by _________ polymerisation. 

A. addition B. suspension 

C. melt D. bulk 

12. 
Bulk polymerisation requires longer duration for __________ conversions. 

A. high B. medium 
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C. very high D. low 

13. 

___________ polymerisation, High conversions (almost 100%) achieved in shorter 

duration. 

A. emulsion B. addition 

C. bulk D. melt 

14. 

Emulsion can be directly used for _________. 

A. paints B. water 

C. adhesives D. both a and c 

15. 

Bulk polymerisation is directly used for _______ purposes. 

A. moulding B. extrusion 

C. blow D. calendaring 

16. 

The hard, brittle state is known as __________ state. 

A. viscous liquid B. glassy 

C. melt D. viscoelastic 

17. 

The soft, flexible state is known as __________ state. 

A. glassy B. melt 

C. rubbery D. solid 

18. 

Viscofluid state is taking place at its ____. 

A. Tf B. Tm 

C. Tg D. Tc 

19. 

Tg is used as a measure for evaluating the _________ of a polymer molecule. 

A. brittleness B. rigidity 

C. flexibility D. toughness 

20. 

____ value gives an indication of the temperature region at which a polymeric material 

transforms from a rigid solid to a soft viscous state. 

A. Tf B. Tg  

C. Tm D. Tc 

21. 

____ value decides whether a polymer at the ‘use temperature’ will behave like rubber 

or plastic. 

A. Tg B. Tc 

C. Tm D. Tf 

22. 

Molecular weight of polymers are in the range of 

A. 10 to 10
3
 B. 10

2
-10

7
 

C. 10
7
-10

9
 D. 10

9
-10

11
 

23. 

The physical state in which polymers exist is 

A. melts & rubber like state B. amorphous glassy state 

C. partially crystalline state. D. all (a), (b) and (c) 

24. 

Most of the fibres forming polymers are crystalline in nature, one of the exceptions 

being __________ which is amorphous in nature. 

A. nylon B. polyacrylonitrile 

C. polypropylene D. polyester 

25. 

Polycaprolactum is 

A. nylon6 B. nylon66 

C. dacron D. rayon 

26. 

The starting material used for the manufacture of caprolactum is 

A. ethyl benzene B. cyclohexane 

C. ethylene glycol D. DMT 

27. 

Acrylonitrile is mainly used in the __________ industry. 

A. polymer B. printing 

C. dyeing D. photographic 

28. 

Polymers are 

A. micromolecules B. macromolecules 

C. sub-micromolecules D. none of these 

29. Transparency of amorphous material is _________. 
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A. high B. medium 

C. low D. linear low 

30. 

Crystalline structure having _____ range. 

A. softening B. temperature 

C. melting D. pressure 

31. 

Transparency of crystalline material is _________. 

A. medium B. low 

C. linear low D. high 

32. 

Reaction with amine groups is called ____. 

A. acidolysis B. aminolysis 

C. addition reaction D. cross-linking 

33. 

Polymer reactions leading to a polymer structure with entirely ___ properties and 

applications. 

A. old B. recent 

C. new D. dual 

34. 

The deterioration in properties is due to a phenomenon called polymer __________. 

A. chain B. molecule 

C. reaction D. degradation 

35. 

In chain end degradation, the degradation starts from the chain ___. 

A. ends B. starts 

C. middle D. growth 

36. 

Depolymerisation is the ______ of the propagation step in chain polymerisation. 

A. start B. end 

C. forward D. reverse 

37. 

Opening of the zip type of degradation is called as  

A. chain end B. thermal stability 

C. unzipping D. random 

38. 

In thermal degradation, thermal stability is dependent on the stability of the _____ 

bond. 

A. C - H B. C = C 

C. C - C D. C - O 

39. 

Yellowing effect due to __________ degradation. 

A. thermal B. mechanical 

C. random D. photo 

40. 

__________ polythene is most prone to stress-cracking. 

A. high density B. cross-linked 

C. low density D. linear low density 

41. 

PTFE is a _______ polymer. 

A. crystalline B. liquid 

C. amorphous D. gaseous 

42. 

Condensation polymerisation of __________ produces bakelite. 

A. propylene B. phenol & formaldehyde 

C. phenol & acetaldehyde D. urea & formaldehyde 

43. 

Nylon-66 is a polyamide of 

A. hexamethylene diamine and 

adipic acid. 

B. adipic acid and methyl amine. 

C. vinyl chloride and formaldeyde. D. none of these. 

44. 

__________ is not a condensation polymer. 

A. teflon B. nylon-66 

C. dacron D. polystyrene 

45. 

Nylon-6 is manufactured from 

A. caprolactum. B. adipic acid and hexamethylene diamine 

C. maleic anhydride and 

hexamethylene diamine 

D. sebasic acid and hexamethylene 

diamine 

46. The monomer of poly vinyl chloride (PVC) is 
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A. chloroethene B. ethylene dichloride 

C. ethyl chloride D. chloroform 

47. 

Polymethyl methacrylate (PMMA) is known as 

A. bakelite B. teflon 

C. perspex D. nylon-6 

48. 

Density of high density polythene is about __________ gm/c.c. 

A. 1.18 B. 1.05 

C. 0.95 D. 0.99 

49. 

Transistor parts and refrigerator components are normally made of 

A. polystyrene B. polyester 

C. High density polythene D. polyurethane 

50. 

The organic acid monomer in nylon 66 is 

A. sebasic acid B. terephthalic acid 

C. adipic acid D. benzoic acid 

51. 

Nylon 6 as compared to nylon 6, 6 has lower 

A. abrasion resistance B. thermal stability 

C. adhesion to rubber D. hardness 

52. 

__________ is an addition polymer. 

A. nylon B. bakelite 

C. polythene D. none of these 

53. 

Polymethyl methacrylate, which is an acrylic resin, is also called 

A. thiokol B. plexiglass or lucite 

C. dacron D. teflon 

54. 

Hot drink (e.g, tea) cups are usually made of 

A. polystyrene B. polythene 

C. polypropylene D. PVC 

55. 

Contact lenses for eyes are made of perspex, which is nothing but 

A. polymethylmethacrylate B. polystyrene 

C. unsaturated polyester D. polypropylene 

56. 

The repeating units of PTFE are 

A. Cl2CH-CH3 B. F2 C = CF2 

C. F3 C-CF3 D. FClC = CF2 

57. 

Softening point of high density polythene is about __________ °C. 

A. 85 B. 135 

C. 165 D. 205 

58. 

Polymethyl methacrylate (PMMA) which is also known as perspex and is produced by 

bulk polymerisation of methyl methacrylate is not a __________ polymer. 

A. thermoplastic B. thermosetting 

C. linear D. glass like transparent 

59. 

Which of the following is not a condensation polymer? 

A. bakelite B. melamine polymer 

C. polymethylmethacrylate 

(PMMA) 

D. none of these 

60. 

Phenol formaldehyde 

A. employs addition 

polymerisation. 

B. employs condensation polymerisation. 

C. is a monomer. D. is an abrasive material. 

61. 

Rain coats are made of 

A. neoprene B. PVC 

C. polyurathane D. SBR 

62. 

Reaction with carboxylic acids is called ____. 

A. aminolysis B. hydrogenation 

C. acidolysis D. hydrolysis 

63. 
Propagation step in chain polymerisation is called as 

A. opening of a zip B. degradation 
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C. random D. closing of a zip 

64. 

Depolymerisation is called as 

A. random B. opening of a zip 

C. closing of a zip D. degradation 

65. 

Photodegradation is a molecular degradation process brought about by 

A. sunlight B. infra-red 

C. heater D. uv rays 

66. 

In thermal degradation polytetrafluorophenylene can withstand upto ________
0
c. 

A. 500 B. 450 

C. 425 D. 400 

67. 

Thermal degradation of polymer may follow either _____ or the random route. 

A. unzipping B. thermal 

C. random D. mechanical 

68. 

Mechanical degradation can _________ the average molecular weight. 

A. higher B. lower 

C. very low D. medium 

69. 

Teflon can withstand temperatures as high as ____
0
c, without undergoing degradation. 

A. 100 B. 300 

C. 350 D. 400 

70. 

___________ material having softening range. 

A. crystalline B. amorphous 

C. solid D. liquid 

 

************** 

ગજુયાતી 

ન.ં પ્રશ્ન તેભજ વલકલ્ 

1. 

ોરીપ્રોવરીનનુ ંપ્રોડક્ળન _______ ોરીભયાઇઝેળન દળાાલે છે. 
A.  ઈભલ્ળન B. સસ્ેન્ળન 

C. સોલ્યળુન D.  ફલ્ક 

2. 

પ્રાસ્સ્િક દ્ધાયા થતી વલસ્કો-ઈરાસ્સ્િક બફહમેલય ________ જેભ બફહમેલય જણાલે છે. 
A.  ઘન B. પ્રલાહી 
C. ઘન અને પ્રલાહી ફનં ે D.  નહહ ઘન નહહ પ્રલાહી 

3. 

સાચ ુલાક્ય જણાલો. 
A.  પ્રાસ્સ્િક્સ હીિ અને ઇરેક્રીવસિી 

ના સાયા કન્ડકિય છે. 

B. ફધા પ્રાસ્સ્િક્સ ઊંચા હિસ્િરાઇન 
ગણુધભો ધયાલે છે। 

C. ઊંચા તાભાને પ્રાસ્સ્િક્સ 
લેોયાઇઝેડ થઇ ળકે છે. 

D.  હડગ્રી ઓપ ોરીભયાઇઝેળન લધાયતા ં
બરક્લીડ ોરીભય બગ્રસી, છી લેકસી 
અને છેલ્રે ઘન ફને છે. 

4. 

ઈભલ્ળન ોરીભયાઇઝેળનભા ંીલીસી ફનાલિ ભાિે તાભાન _____0સે છે. 
A.  -20 B. 50 

C. 250 D.  500 

5. 

હાઇ ડેન્ન્સિી ોરીથીનની સયખાભણીભા ંરો ડેન્ન્સિી ોરીથીન _______ છે. 
A.  હાડાય B. િપય 

C. કેભીકરી ઇનિા  D.  લધાયે ફ્રેક્સીફર 
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6. 

ફલ્ક ોરીભયાઇઝેળનભા ંભોનોભય ___ સ્લરૂભા ંરેલાભા ંઆલે છે. 
A.  બરક્લીડ B. ગેસ 

C. વલસક્સ D.  ઘન 

7. 

સોલ્યળુન ોરીભયાઇઝેળનભા ંભોનોભયને CTAની સાથે _________ ભા ંઓગાલાભા ં
આલે છે. 
A.  સોલ્યળુન B. ઉદ્દીક 

C. ઇનિા સોરલન્િ D.  ાણી 

8. 

સસ્ેન્ળન ોરીભયાઇઝેળનભા ંભોનોભયને ______ સસ્ેન્ડ કયલાભા ંઆલે છે. 
A.  પ્રલાહી B. ાણી 
C. ઘન D.  સોલ્યળુન 

9. 

ાણી-સોલ્યફુર ભોનોભયને ________  લડે ોરીભયાઇઝેડ કયલાભા ંઆલે છે. 
A.  ફલ્ક B. ઈભલ્ળન 

C. સસ્ેન્ળન D.  સોલ્યળુન 

10. 

એક્ષાન્ડેફર ોરીસ્િામયીન ફીડસ _____ ોરીભયાઇઝેળન લડે ફનાલલાભા ંઆલે 
છે. 
A.  સસ્ેન્ળન B. એડીળન 

C. ફલ્ક D.  ભેલ્િ 

11. 

PVC યેઝીન ___________ ોરીભયાઇઝેળન લડે ફનાલલાભા ંઆલે છે. 
A.  એડીળન B. સસ્ેન્ળન 

C. ભેલ્િ D.  ફલ્ક 

12. 

ફલ્ક ોરીભયાઇઝેળનભા ં________ પેયપાય ભાિે રાફંો સભમ જોઈએ. 
A.  ઊંચા B. ભધ્મભ 

C. ખફૂ ઊંચા D.  ઓછા 

13. 

__________ ોરીભયાઇઝેળનભા,ં ઊંચા પેયપાય (આળયે 100%) ઓછા સભમભા ંભે 
છે.  
A.  ઈભલ્ળન B. એડીળન 

C. ફલ્ક D.  ભેલ્િ 

14. 

______ ભાિે તયત ઈભલ્ળન લયામ છે. 
A.  ેઈન્્સ B. ાણી 
C. એધેસીવ્સ D.  ફનંે ેઈન્્સ અને એધેસીવ્સ 

15. 

_________ હતે ુભાિે તયત ફલ્ક ોરીભયાઇઝેળન લયામ છે. 
A.  ભોસ્લ્ડિંગ B. એક્સ્ુળન 

C. બ્રો D.  કેરેન્ડહયિંગ 

16. કઠણ,ફયડ ન્સ્થવત _________ ન્સ્થવત તયીકે જાણીતી છે. 
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A.  વલસ્કો પ્રલાહી B. ગ્રાસી 
C. ભેલ્િ D.  વલસ્કોઈરાસ્સ્િક 

17. 

નયભ, પરેન્ક્સફર ન્સ્થવત _________ ન્સ્થવત તયીકે જાણીતી છે. 
A.  ગ્રાસી B. ભેલ્િ 

C. યફયી D.  ઘન 

18. 

વલસ્કોફ્લઈુડ ન્સ્થવત __________ ને રીધે ફને છે. 
A.  Tf B. Tm 

C. Tg D.  Tc 

19. 

ોરીભય ભોરેક્યરુની ________ ચકાસલા ભાિે Tg લયામ છે. 
A.  બિિરનેસ B. હયજજહડિી 
C. ફ્રેન્ક્સબફબરિી D.  િપનેસ 

20. 

ોરીભય ભિીહયમરની હયજીડ ઘન ભાથંી નયભ વલસક્સ ન્સ્થવતભા ંરૂાતંહયત થલાની 
તાભાન યેન્જ ________  હકિંભત દળાાલે છે. 
A.  Tf B. Tg  

C. Tm D. Tc 

21. 

________  હકિંભત જમા ંોરીભય તેના ‘ઉમોગી તાભાન’ે યફય અથલા પ્રાસ્સ્િકની 
જેભ લતે છે. 
A.  Tg B. Tc 

C. Tm D. Tf 

22. 

ભોરેક્યરુય લેઈિની યેન્જ 

A.  10 to 10
3
 B. 10

2
-10

7
 

C. 10
7
-10

9
 D. 10

9
-10

11
 

23. 

હપઝીકર ન્સ્થવતભા ંોરીભય ________ ન્સ્થવત દળાાલે છે. 
A.  ભેલ્િ અને યફય જેલી ન્સ્થવત B. એભોયપસ ગ્રાસી ન્સ્થવત 

C. થોડી હિસ્િરાઇન ન્સ્થવત D.  ફધા (a), (b) અને (c) 

24. 

ફધા પાઈફય પોભીગ ોરીભય હિસ્િરાઇન ગણુધભા ધયાલે છે વસલામ __________ 
હિસ્િરાઇન ગણુધભા ધયાલે છે. 
A.  નામરોન B. ોરીએિોનાઈરાઈર 

C. ોરીપ્રોીબરન D.  ોરીએસ્િય 

25. 

ોરીકેપ્રોરેકિભ ____ છે. 
A.  નામરોન6 B. નામરોન66 

C. ડેિોન D.  યેમોન 

26. 

ોરીકેપ્રોરેકિભની ફનાલિભા ંસ્િાિીગ ભિીહયમર તયીકે ______ લયામ છે. 
A.  ઈથાઈર ફેંઝીન B. સામક્રોહકેઝએન 

C. ઈથીબરન ગ્રામકોર D.  DMT 

27. 
એિેમરોનાઈરાઈર મખુ્મત્લે _______ ઉદ્યોગભા ંલયામ છે. 
A.  ોરીભય B. વપ્રસ્ન્િગ 
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C. ડાઇંગ D.  પોિોગ્રાહપક 

28. 

ોરીભય ___ છે. 
A.  ભાઈિોભોરેક્યરુસ B. ભેિોભોરેક્યરુસ 

C. સફ- ભાઈિોભોરેક્યરુસ D.  કોઈ ણ નહહ 

29. 

એભોયપસ ભિીહયમરની ાયદળાકતા _______ છે. 
A.  લધાયે B. ભધ્મભ 

C. ઓછી D.  ખફૂ ઓછી 

30. 

હિસ્િરાઇન ફધંાયણ _____ યેન્જ ધયાલે છે. 
A.  સોફ્િીંગ B. તાભાન 

C. ભેસ્લ્િિંગ D.  પ્રેળય 

31. 

હિસ્િરાઇન ભિીહયમરની ાયદળાકતા _______ છે. 
A.  ભધ્મભ B. ઓછી 
C. ખફૂ ઓછી D.  લધાયે 

32. 

અભાઈન ગ્રુ સાથેનુ ંયીએક્ળન ________ કહલેામ છે. 
A.  એસીડોરીવસસ B. એભીનોરીવસસ 

C. એડીળન યીએક્ળન D.  િોસ-રીન્કીગ 

33. 

ોરીભય યીએક્ળન એ ોરીભય ફધંાયણના ફધા _____ ગણુધભો અને ઉમોગો 
દળાાલે છે. 
A.  જૂની B. ચાલ ુ

C. નલી D.  ડયઅુર 

34. 

જેના રીધે ગણુધભાભા ંઘિાડો થામ તેને _________ કહલેામ છે. 
A.  ચેઈન B. ભોરેક્યરુ 

C. યીએક્ળન D.  હડગે્રડેળન 

35. 

ચેઈન એન્ડ હડગે્રડેળનભા ંહડગે્રડેળન ચેઈન _____ થી ચાલ ુથામ છે. 
A.  એન્ડસ B. પ્રાયંબથી 
C. લચ્ચેથી D.  ગ્રોથ 

36. 

ચેઈન ોરીભયાઇઝેળનભા ંપ્રોેગેળનના _______ મદુ્દાને ડીોરીભયાઇઝેળન કહ ેછે. 
A.  પ્રાયંબ B. એન્ડ 

C. આગના D.  યીલસા 

37. 

ઝી ઓનીંગ પ્રકાયના હડગે્રડેળનને _____ કહલેામ છે. 
A.  ચેઈન એન્ડ B. થભાર સ્િેબફરીિી 
C. અનઝીીંગ D.  યેન્ડભ 

38. 

થભાર હડગે્રડેળનભા ંથભાર ન્સ્થયતા _____ ફધંની ન્સ્થયતા ય આધાય યાખે છે. 
A.  C - H B. C = C 

C. C - C D.  C - O 
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39. 

મરોઇંગ અસય _______ હડગે્રડેળનના રીધે છે. 
A.  થભાર B. વભકેનીકર 

C. યેન્ડભ D.  પોિો 

40. 

__________ ોરીથીન ખફૂ જ લધાયે સ્રેસ-િેકીંગ છે. 
A.  હાઇ ડેન્ન્સિી  B. િોસ-રીંક 

C. રો ડેન્ન્સિી  D.  રીનીમય રો ડેન્ન્સિી 

41. 

PTFE _________ ોરીભય છે. 
A.  હિસ્િરાઇન B. પ્રલાહી 
C. એભોયપસ D.  ગેસીમસ 

42. 

ફેકેરાઈિ ______ કન્ડેસેળન ોરીભયાઇઝેળન લડે ફનેં છે. 
A.  પ્રોીબરન B. હપનોર અને પોભાાસ્લ્ડહાઈડ 

C. હપનોર અને એવસિાસ્લ્ડહાઈડ D.  યહુયમા અને પોભાાસ્લ્ડહાઈડ 

43. 

નામરોન66 એ _________ ોરીઅભાઈડ છે. 
A.  હકેઝાવભથીરીનડામ અભાઈન 

અને એડીીક એસીડ 

B. એડીીક એસીડ અને વભથાઈર અભાઈન 

C. વલનાઈર ક્રોયાઈડ અને 
પોભાાસ્લ્ડહાઈડ 

D.  કોઈ ણ નહહ 

44. 

___________ કન્ડેનસેળન ોરીભય નથી. 
A.  િેપરોન B. નામરોન66 

C. ડેિોન D.  ોરીસ્િામયીન 

45. 

નામરોન6 ________ ભાથંી ફનાલલાભા ંઆલે છે. 
A.  કેપ્રોરેકિભ B. એડીીક એસીડ અને 

હકેઝાવભથીરીનડામ અભાઈન 

C. ભેરીક-એનહાઇડ્રાઇડ અન ે
હકેઝાવભથીરીનડામ અભાઈન 

D.  વસફેઝીક એસીડ અને 
હકેઝાવભથીરીનડામ અભાઈન 

46. 

ોરી વલનાઇર ક્રોયાઇડનો ભોનોભય                       ________ છે. 
A.  ક્રોયોઇથેન B. ઇથીબરન ડામક્રોયાઇડ 

C. ઇથાઇર ક્રોયાઇડ D.  ક્રોયોપોભા 

47. 

ોરી વભથાઈર વભથાએિેરેિ                       ________ તયીકે જાણીત ુ ંછે. 
A.  ફેકેરાઈિ B. િેપરોન 

C. યસ્ેક્ષ D.  નામરોન6 

48. 

હાઇ ડેન્ન્સિી ોરીથીનની ડેન્ન્સિી ________ gm/c.c છે. 
A.  1.18 B. 1.05 

C. 0.95 D. 0.99 

49. રાઝંીસ્િયના બાગો અને યેફ્રીજયેિયના બાગો       ________ ભાથંી ફનાલલાભા ંઆલે છે. 
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A.  ોરીસ્િામયીન B. ોરીએસ્િય 

C. હાઇ ડેન્ન્સિી ોરીથીનન D.  ોરીયયુીથીન 

50. 

નામરોન66ભા ંઓગેવનક એસીડ ભોનોભય                       ________ છે. 
A.  વસફેઝીક એસીડ B. િયફ્થેરીક એસીડ 

C. એડીીક એસીડ D.  ફેન્ઝોઇક એસીડ 

51. 

નામરોન66ની સયખાભણીભા ંનામરોન6 ઓછી ________ ધયાલે છે. 
A.  અિેળન અલયોધ B. થભાર ન્સ્થયતા 
C. અધેળન ટુ યફય D.  હાડાનેસ 

52. 

________ એક એડીળન ોરીભય છે. 
A.  નામરોન B. ફેકેરાઈિ 

C. ોરીથીન D.  કોઈ ણ નહહ 

53. 

ોરી વભથાઈર વભથાએિેરેિ એ એક એિેબરક યેઝીન છે,તે ણ _______  કહલેામ છે. 
A.  થામોકોર B. પ્રેક્સી ગ્રાસ અથલા લ્યસુાઇિ 

C. ડેિોન D.  િેપરોન 

54. 

હોિ ડ્રીંક (િી ક્) ક ભોિાબાગે _______  ભાથંી ફનાલલાભા ંઆલે છે. 
A.  ોરીસ્િામયીન B. ોરીથીન 

C. ોરીપ્રોીબરન D.  PVC 

55. 

યસ્ેક્ષભાથંી આંખ ભાિેના કોન્િેક્િ રેન્સ ફનાલામ છે, જે ______ ણ છે. 
A.  ોરી વભથાઈર વભથાએિેરેિ B. ોરીસ્િામયીન 

C. ોરીએસ્િય D.  ોરીપ્રોીબરન 

56. 

PTFEભા ંયીીિીંગ યનુીિ ______ છે. 
A.  Cl2CH-CH3 B. F2 C = CF2 

C. F3 C-CF3 D. FClC = CF2 

57. 

હાઇ ડેન્ન્સિી ોરીથીનનુ ંસોફ્િનીગ ોઇંિ આળયે ______ 0
c છે. 

A.  85 B. 135 

C. 165 D. 205 

58. 

ોરી વભથાઈર વભથાએિેરેિ (PMMA) જે યસ્ેક્ષ તયીકે જાણીત ુ ંછે અને તે વભથાઈર 
વભથાએિેરેિના ફલ્ક ોરીભયાઇઝેળનભાથંી ફનાલલાભા ંઆલે છે, જે ______ ોરીભય 
નથી. 
A.  થભોપ્રાસ્સ્િક  B. થભોસેિીંગ 

C. રીનીમય D.  ગ્રાસ જેભ કે ાયદળાક 

59. 

નીચેનાભાથંી ક્યુ ંક્ન્ડેનસેળન ોરીભય નથી? 

A.  ફેકેરાઈિ B. ભેરાભાઇન ોરીભય 

C. ોરી વભથાઈર વભથાએિેરેિ 

(PMMA) 

D.  કોઈ ણ નહહ 

60. હપનોર પોભાાસ્લ્ડહાઈડ 
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A.  એડીળન ોરીભયાઇઝેળન 
ધયાલે છે. 

B. ક્ન્ડેનસેળન ોરીભયાઇઝેળન ધયાલે છે. 

C. ભોનોભય છે. D.  અિેળીલ ભિીહયમર છે. 

61. 

યેઈન કોિ ______ ભાથંી ફનાલામ છે. 
A.  નીમોપ્રીન B. PVC 

C. ોરીયયુીથીન D.  SBR 

62. 

કાફોન્ક્સરીક એસીડ ગ્રુ સાથેનુ ંયીએક્ળન ________ કહલેામ છે. 
A.  એસીડોરીવસસ B. હાઈડ્રોજીનેળન 

C. એભીનોરીવસસ D.  હાઈડ્રોરીવસસ 

63. 

ચેઈન ોરીભયાઇઝેળનભા ંપ્રોેગેળનના મદુ્દાને ________ કહલેામ છે. 
A.  ઝી ઓનીંગ B. હડગે્રડેળન 

C. યેન્ડભ D.  ઝી ક્રોઝીંગ 

64. 

ડીોરીભયાઇઝેળનને ________ ણ કહલેામ છે. 
A.  યેન્ડભ B. ઝી ઓનીંગ 

C. ઝી ક્રોઝીંગ D.  હડગે્રડેળન 

65. 

પોિોહડગે્રડેળન ________ લડે થતી ભોરેક્યયુ હડગે્રડેળન ધ્ધવત છે. 
A.  સનરાઈિ B. ઈન્ફ્રા-યેડ 

C. હીિય  D.  યલુી હકયણો 

66. 

થભાર હડગે્રડેળનભા ંોરીિેરાફ્રોયોહપનીરીન ________
0
c સધુી િકી ળકે છે. 

A.  500 B. 450 

C. 425 D. 400 

67. 

ોરીભયનુ ંથભાર હડગે્રડેળન ________ અથલા યેન્ડભ રૂિ અનસુયે છે. 
A.  અનઝીીંગ B. થભાર 

C. યેન્ડભ D.  વભકેનીકર 

68. 

વભકેનીકર હડગે્રડેળન ________ એલયેજ ભોરેક્યયુ લેઈિ ધયાલે છે. 
A.  લધાયે  B. ઓછ ં

C. ખફૂ ઓછ ં D.  ભધ્મભ 

69. 

િેપરોન હડગે્રડેળનની અસય લગય ________
0
c સધુી સૌથી લધ ુિકી ળકે છે. 

A.  100 B.  

C. 350 D.   

70. 

_________ ભિીહયમર સોફ્િનીગ યેન્જ ધયાલે છે. 
A.  હિસ્િરાઇન B. એભોયપસ 

C. ઘન D.  પ્રલાહી 
 

************** 


