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Seat No.: ________                                                      Enrolment No._____________
  

GUJARAT TECHNOLOGICAL UNIVERSITY 
DIPLOMA ENGG.- I/II

nd
 SEMESTER–EXAMINATION –JUNE/JULY- 2012 

Subject code: 320022        Date: 03/07/2012        

Subject Name: Fibre Science 

Time: 10:30 am – 01:00 pm             Total Marks: 70 

Instructions: 
1. Attempt all questions.  

2. Make suitable assumptions wherever necessary. 

3. Figures to the right indicate full marks. 

4. English version is considered to be Authentic 

 

Q.1 (a) Define the following terms : 

(i) Polymer,     (ii) Count,     (iii) Denier,     (iv) Monomer 

08 

 (b) Classify the Textile Fibres according to their chemical groups. 06 

    

Q.2 (a) State the chemical properties of cotton fibres. 07 

 (b) Compare the Condensation Polymerisation and Addition 

Polymerisation. 

07 

  OR  

 (b) Differentiate the Natural Fibres and semi synthetic fibres.  07 

    

Q.3  Explain the following steps of manufacturing process of Viscose : 

(i) Purification of Spruce Wood     (ii) Steeping process 

(iii) Ripening process                     (iv) Ageing process 

14 

                                                       OR  

Q.3 (a) State the sequence of chemical reactions involved in the 

manufacturing process of Viscose rayon. 

07 

 (b) Explain the action of following reagents on Viscose : 

(i) Acids,        (ii) Oxidizing agents,       (iii) Solvents 

07 

    

Q. 4  Write an explanatory note on the following :  

  (i) Co-polymers and Co-polymerisation techniques. 

(ii) Fibre forming properties of polymers.                                               

07 

07 

                                                       OR  

Q.4  Explain the manufacturing process of Nylon-6,6 with its physical 

and chemical properties. 

14 

    

    

Q.5 (a) Draw a flow diagram of Viscose Rayon manufacturing process. 07 

 (b) State the various spinning techniques. Describe them briefly. 07 

 

Q.5 

 

                                                OR 

Describe the manufacturing process of Secondary Acetate Rayon                   

with its physical and chemical properties. 

 

14 
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5|`Gv!5|`Gv!5|`Gv!5|`Gv!    V નીચેના ંપદોની �યા
યા આપો :�                                   

(૧) પોલીમર      (૨) કાઉ�ટ    (3) ડનીયર       � (૪) મોનોમર 

08888 

 A ટ!ટાઇલ ફાઇબસ&' ંતેઓના ંરાસાય*ણક ,પને આધાર � ુ ુ � વગ1કરણ કરો 06666 

    

5|`GvZ5|`GvZ5|`GvZ5|`GvZ    V 3તરાઉ રષાઓના ંરાસાય*ણક 5ણધમ6 જણાવોુ � ુ . 07 

 A ક�ડ��શેશન પોલીમરાઇઝેશન અને એડ=શન પોલીમરાઇઝેશનની 

સરખામણી કરો. 

07 

  VYJFVYJFVYJFVYJF  

 A ?દરતી રષાુ �  અને સેમી િસ�થેટ=ક રષા વBચેનો તફાવત આપો� . 07 

       

5|`Gv#5|`Gv#5|`Gv#5|`Gv#  વીCકોઝના ંઉDપાદનની ર=તના ંનીચેના ંતબEાઓ સમFવો:       

(૧) CGસના ંલાકડા' ંHI=કરણ   ુ ુ ુ (૨) Cટ=પJગ KLયા                

(૩) ર=પનJગ KLયા                (૪) એજJગ KLયા               

14141414 

  VYJFVYJFVYJFVYJF  

5|`Gv#5|`Gv#5|`Gv#5|`Gv# V વીCકોઝ રયોનના ંઉDપાદનમા ંઉદભવતી બધી જ રાસાય*ણક �

QKLયાઓ Lમા'સાર જણાવોુ . 

07 

 A વીCકોઝ  ઉપર નીચેના QKLયકોની થતી અસર િવષે સમFવો:     

(૧) એસીRસ     (૨) ઓSીડાઇઝJગ પદાથ6     (૩) સોTવ�Uસ  

07 

       

5|`Gv$5|`Gv$5|`Gv$5|`Gv$  નીચેના ંિવષે સિવCતાર નVધ લખો :                                

(૧) કો-પોલીમસ& અને કો-પોલીમરાઇઝેશનની QXYતીઓુ .            

(૨) પોલીમરના ંફાઇબર બનવા માટ જZર= 5ણધમ6� ુ . 

 

 

07 

07 

     VYJFVYJFVYJFVYJF  

5|`Gv$5|`Gv$5|`Gv$5|`Gv$     નાયલોન-૬,૬ ના ંઉDપાદનની ર=ત તેના ભૌિતક અને રાસાય*ણક 

5ણધમ6 સાથે સમFવોુ . 

14141414 

    

5|`Gv55|`Gv55|`Gv55|`Gv5    V વીCકોઝ રયોનના ંઉDપાદનની ર=તનો ^લો� -ડાયા_ામ દોરો. 07 

 A `CપનJગની aદ= aદ= QX`Yતઓના ંનામ આપોુ ુ ુ . તેઓ' ંbંકમા ંવણ&ન ુ ૂ

કરો. 

07 

  VYJFVYJFVYJFVYJF  

5|`Gv55|`Gv55|`Gv55|`Gv5     સેક�ડર= એસીટટ રયોનના ંઉDપાદનની ર=ત તેના ભૌિતક અને � �

રાસાય*ણક 5ણધમ6 સાથે સમFવોુ . 

14141414 

 

************ 

 


