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Seat No.: _____                                                        Enrolment No.______ 
GUJARAT TECHNOLOGICAL UNIVERSITY 

DIPLOMA - 1’ST / 2’ND SEMESTER–EXAMINATION –JUNE/JULY- 2012 
Subject code: 320027 

Subject Name: Textile Process - I 
Date: 27/06/2012                          Time: 10.30 am – 01.00 pm  
                                                    Total Marks: 70 
Instructions: 

1. Attempt all questions.  
2. Make suitable assumptions wherever necessary. 
3. Figures to the right indicate full marks. 
4. English version is considered to be Authentic 

     
Q.1  Give reasons for  14 

 (a) Viscose rayon is lustrous  
 (b) Wool gives us warmth 
 (c) Tery cotton blend is popular in summer 
   

Q.2  Give brief account of the following.  

 (a) Cotton 07
 (b) Wool  07
  OR  
 (b) Silk  07 
    

Q.3  Explain the manufacturing stages of viscose rayon fibre filament 
with required line diagram. 

14 

  OR
Q.3  Give observations of Solubilty test, Burning test & Microscopic 

appearance for any two fibres. 
14 

  (a) Cotton      (b) Polyester     (c) Silk  
    

Q.4  Give physical properties of any two of the following fibres. 14 

  (a) Cotton      (b) Polyester     (c) Wool      (d) Nylon  
  OR

Q. 4  Give classification of textile fibres giving at least two examples in 
each class. 

14 

    
Q.5  Write short note about any two of the following. 14 

  (a) Dry spinning      (b) Wet spinning     (c) Melt spinning   
  OR  

Q.5  Fill in the blank. 14 

 (i) Cotton fibre dissolved in ____________ .  

 (ii) Medulla in observed in _____________fibre.  

 (iii) Moisture regain of silk is __________ %.  
 (iv) Row material for manufacturing of polyester is _______ & 

_______. 
 

 (v) Full name of CDPET is ____________.  

 (vi) In burning test, wool smell like __________.  
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.1  નીચેના માટ યો ય કારણો જણાવો.. 14 
 (અ)  વી કોસ રયોન ચળકાટ વા ં હોય છે.  

 (બ) લૂ આપણન ે ુફં આપે છે.   

 (ક)  ટર  કોટન લે ડ ઉનાળા માં લોકિ ય હોય છે.  

    
.2  નીચેના િવષે ૂંકમા ંજણાવો.  

 (અ)  કોટન 07 
 (બ) લુ 07 
  અથવા  

 (બ) િસ ક 07 
    
.3  િવ કોસ રયોન ફાઇબરના ંઉ પાદનના ંતબ ાઓ રખા- આ ૃિત વડ 

સમ વો. 

14 

  અથવા  

.3  નીચે પૈક  કોઇ પણ બે ફાઇબસના સો બુીલીટ  ટ ટ, બન ગ અને 

માઇ ો કોપીક અપીઅર સ િવશે લખો. 

14 

   (અ)  કોટન (બ) પોલીએ ટર    (ક)  િસ ક  

    
.4  નીચે પૈક  કોઇપણ બે ફાઇબસ ના ંભૌિતક ણુધમ  જણાવો. 14 

  (અ)  કોટન (બ) પોલીએ ટર   (ક) લુ  (ડ) નાયલોન    

  અથવા  

.4  દરક વગ માટ ઓછામા ંઓછા બે ઉદાહરણ આપી ટ ટાઇલ ફાઇબસ 

ુ ંવગ કરણ કરો. 

14 

    
.5  નીચે પૈક  કોઇ પણ બે વીશે ૂંકન ધ લખો. 14 

  (અ) ાય પીન ગ (બ) વેટ પીન ગ   (ક) મે ટ પીન ગ   

  અથવા  

.5  ખાલી જ યા રુો. 14 
 (i) કોટન ફાઇબર _____ મા ંઓગળે છે.  

 (ii) મેડ લુા ________ ફાઇબર મા ંજોવા મળે છે.  

 (iii) િસ ક  ુમોઇ ચર ર ગેન __________ % હોય છે.  

 (iv) પોલીએ ટર ના ઉ પાદન માટના રો મટ ર યલ _____ અને ____ છે.  

 (v) CDPET  ુ ુ ુ નામ ____________ છે.  

 (vi) લુ ફાઇબર ને સળગવતા તેમાથી __________ની ગધં આવે છે.  
 


