Seat No.: Enrolment No.:

GUJARAT TECHNOLOGICAL UNIVERSITY
DIPLOMA ENGINEERING ~SEMESTER V ¢« EXAMINATION - WINTER - 2016

Subject Code:3355205 Date: 29-11-2016
Subject Name: Quality Control
Time: 10:30 AM TO 01:00 PM Total Marks: 70

Instructions:
1. Attempt all questions.
2. Make suitable assumptions wherever necessary.
3. Figures to the right indicate full marks.
4. Each question carry equal marks (14 marks)
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What is Shrinkage? Explain drying and firing shrinkage.
AUt A g B? YsaRll el usag(l AslUet aglal.
Write down properties of China Clay and Ball Clay.

ALBatl HEl Aol ollet HElatl opRuil cwl.

Explain Bulk Density determine process for Refractory.

Gausell AY[ES dotdl alssl sclell Utudl adldl.
Explain different properties of casting slip.

2oL clluati ol el oltul aglal.

OR
Explain lead solubility test of article.

Wd[scd HZall As AR|AAS Yol agldl.

Write down M.O.R measuring process for Vitrified tile.
@lstess atset 12 M.O.R Hidclell utudl ctul,

Explain determine process of “Water of Plasticity” of clay.

HElAL " dle? s wAREREL" otssl sRcllo(l utudl awlal.
OR

Explain precautions required to control dunting defect in Sanitary ware.

AaedlARe{l S2lot wiHl Asal Hzetl %33 walcl alal.

Write down short note on power loss factors of insulator.

BRJA2Rall "UWAR Al™ ¥52R" BUR &solld cull.

Explain Spalling determine technique for Refractory.
GuAG] ULADL otssl sRal Hizell utudl auldal.
Write down short note on Refractoriness under load.
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OR

Q.4 (a) Explain effect of Soluble Salt in manufacturing process of ceramic article. 07
ysly  w ARAs udlsctsll cetlaeHi ARjud Neeell AR adldl. 07
(b)  Write down controlling process of size and dimension of fire bricks. 09

W GRUS Feotl ISR WAl sEal [old sclloll el Al 09

Q5 (@) Explain determination process of crazing defect. 07
ystw w 5ofloL wiHl atssl sRatell weudl aulal 07
(b) Write down causes and remedies of crazing defect. 09

ol 3oflot wiHl acllati $1R00 Aal Aell GutAL AW, 09

OR

Q5 (@) Explain determination process of P.C.E value of Refractory sample. 07
Ysl U A GBIUE AWUCAS] P.C.E Y& aissl sallofl utudl aglal. 07
(b) Write down porosity controlling steps used in Refractory industry. 09

W GuAE SUlRAML lalgdl sleMl Alaalotll UWILARA AW, 039
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