
1/10 

Seat No.: ________                                                           Enrolment No.___________ 

GUJARAT TECHNOLOGICAL UNIVERSITY 
Diploma Engineering - SEMESTER–I (CtoD) • EXAMINATION – WINTER • 2014 

Subject Code: C322101 Date: 29-12-2014 
Subject Name: Basic Physical Metallurgy   
Time: 10:30 am – 12:00 pm Total Marks: 70 
Instructions: 

1. Attempt all questions. 
2. Make suitable assumption wherever necessary. 
3. Each question is of 1 mark. 
4. Use of SIMPLE CALCULATOR is permissible. (Scientific/Higher Version not allowed) 
5. English version is authentic. 

No. Question Text and Option 

1. 
Copper has          crystal structure. 
A. B.C.C. B. F.C.C. 
C. H.C.P. D. None of the above 

2. 
Two nearby grains meet at a surface. This surface is known as             . 
A. Crystal B. Unit cell 
C. Grain boundary D. Co-ordination number 

3. 
Which of the following is not metal 
A. Iron B. Copper 
C. Lead D. Phosphorus 

4. 
Strength of the material __________with increase in fineness of grain 
A. Increases B. Decreases 
C. Not change  D. None of the above 

5. 
Coarse grained metals possess              . 
A. higher ductility B. higher machinability 
C. higher hardness D. higher malleability 

6. 
Sodium chloride (NaCl) possesses 
A. Ionic bond B. Covalent bond 
C. Vander walls bond D. Metallic bond 

7. 
Atomic packing factor for B.C.C. is  
A. 0.52 B. 0.68 
C. 0.74 D. 0.84 

8. 
Co-ordination number for F.C.C. is 
A. 6 B. 8 
C. 10 D. 12 

9. 
Higher atomic packing factor possess 
A. Higher strength B. Higher ductility 
C. Higher toughness D. None of the above 

10. 
Total number of Bravaice lattice is 
A. 3 B. 7 
C. 11 D. 14 

11. 
Temperature – Time diagram for heating and cooling is known as 
A. Stress-strain diagram B. Creep curve 
C. Cooling curve D. Heat treatment diagram 

12. 

The temperature composition diagram which shows the changes in structure on 
cooling and heating, is called                   . 
A. Equilibrium diagram B. Stress strain diagram 
C. Ray diagram D. Microstructure 

13. 
Hume Rothery rule form if  
A. Same crystal structure B. Different crystal structure 
C. Non crystalline D. None of the above 
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14. 
Interstitial solid solution have solute atom is _______than solvent  
A. Smaller B. Bigger 
C. Same D. None of the above 

15. 
Crystal structure of Magnesium is   
A. F.C.C. B. B.C.C. 
C. H.C.P. D. S.C. 

16. 
Example for interstitial solid solution is  
A. Cu-Ni B. Cu-Au 
C. Fe-C D. Zn-Pb 

17. 
Fast cooling of ingot during solidification form 
A. Fine grain B. Coarse grain 
C. Medium grain D. None of the above 

18. 
In the surface of the ingot structure is  
A. Large equiaxed grain B. Small equiaxed grain 
C. Columnar grains  D. None of the above 

19. 
Contraction of alloy volume is known as  
A. Shrinkage B. Segregation 
C. Pores D. None of the above  

20. 

The rule which determine the relation between the number of phases in equilibrium, 
number of components and number of degrees of freedom in alloy system, is called 
A. Lever rule B. Gibbs rule 
C. Hume Rodhery’s D. None of above 

21. 
In equilibrium system component is 3 and phases are 2, then degree of freedom is  
A. 1 B. 2 
C. 3 D. 4 

22. 
For pure substance degree of freedom is 
A. 1 B. 2 
C. 3 D. 4 

23. 
In phase diagram, The line above which alloy is in liquid state is called 
A. Solidus line B. Liquidus line 
C. Tie point D. Inversion line 

24. 
In phase diagram Liquid = solid1 + solid2 reaction known as  
A. Eutectoid B. Eutectic 
C. Peritectic D. Peritectoid 

25. 
Completely soluble in liquid and partialy soluble in solid reaction is known as 
A. Eutectoid B. Eutectic 
C. Peritectic D. Peritectoid 

26. 
In cooling curve for the pure metal liquid to solid trainsition temperature remains  
A. Variable  B. Constant 
C. Invariant  D. None of the above 

27. 
Liquid + Solid = Solid reaction is knon as  
A. Eutectoid B. Eutectic 
C. Peritectic D. Peritectoid 

28. 
Solid = Solid1 + Solid2 reaction is known as 
A. Eutectoid B. Eutectic 
C. Peritectic D. Peritectoid 

29. 
Liquid phase involve in the following reaction 
A. Eutectoid B. Monotectoid 
C. Peritectoid D. None 

30. 
Which of the following is not a Mechanical property? 
A. Melting point B. Resilience 
C. Hardness D. Toughness 

31. 
Energy absorb by a material before failure is known as 
A. Ductility B. Toughness 
C. Malleability D. Strength 



3/10 

32. 
If ductility increase, then toughness 
A. Increase B. Decrease 
C. Remain constant D. None of the above 

33. 
Material regain original shape after unloading is known as  
A. Elastic deformation B. Plastic deformation 
C. Fatigue deformation D. Creep deformation 

34. 
Failure of material due to cyclic stress is known as  
A. Elastic deformation B. Plastic deformation 
C. Fatigue deformation D. Creep deformation 

35. 
Failure of Boiler tube is example of  
A. Fatigue  B. Creep 
C. Tensile D. Torsion 

36. 
Strain – time diagram is known as  
A. Fatigue curve B. Creep curve 
C. Cooling curve D. Phase curve 

37. 
Vacancy in atomic structure is example of  
A. Point defect B. Line defect 
C. Surface defect D. Volume defect 

38. 
Edge dislocation is known as 
A. Point defect B. Line defect 
C. Surface defect D. Volume defect 

39. 
Stacking fault in crystal structure is  
A. Point defect B. Line defect 
C. Planer defect D. None of the above 

40. 
Ability to resist high temperature at constant stress is knonw as 
A. Fatigue B. Creep 
C. Hardness D. Ductility 

41. 
Scratch resistance property is known as 
A. Fatigue B. Creep 
C. Hardness D. Ductility 

42. 
Increase in hardness always __________strength 
A. Decrease B. Increase 
C. Increase then decrease D. No change 

43. 
Recrystallisation occurs at  
A. Room temperature B. Sub-zero temperature 
C. Elevated temperature D. High Temperature 

44. 
Recrystallisation increase  
A. Hardness  B. Strength 
C. Ductility D. None  

45. 
In recrystallization with increase in time grain size become 
A. Finer B. Coarser 
C. Constant D. None 

46. 
Metals have _______ density compare to non metals 
A. Higher B. Lower 
C. Equal D. None 

47. 
Which of the following metal have highest electrical conductivity 
A. Copper B. Aluminium 
C. Silver D. Brass 

48. 
Linear elastic deformation is govern by  
A. Fick’s Law B. Hook’s Law 
C. Bragg’s Law D. Gibb;s Law 

49. 
Strengthening of a metal by plastic deformation is known as  
A. Elasticity B. Plasticity 
C. Strain hardening D. None  
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50. 
A solid substance which has definite melting point is called as 
A. Amorphous B. Crystalline 
C. Eutectic D. None 

51. 
The periodic arrangement of an atoms in a metal is called  
A. Lattice B. Basis 
C. Cell D. None 

52. 
Three dimensional periodic arrangement of atomes in crystal structure is called 
A. Plane lattice  B. Space lattice 
C. Unit Cell D. None 

53. 
Which of the following structure is observed by Metallurgical microscope? 
A. Macrostructure B. Microstructure 
C. Atomic structure D. Nanostructure 

54. 
Macro examination carried out at _________magnification. 
A. 5X-10X B. 20X-50X 
C. 10X-40X D. 15X-60X 

55. 
The carbon content in steel containing 100% pearlite is 
A. 0.8% B. 2% 
C. 4.3% D. 6.67% 

56. 
The magnification of simple metallurgical microscope is 
A. below 20X B. 20X to 2000X 
C. 2000X to 20000X D. above 20000X 

57. 
Which is not a part of Metallurgical microscope? 
A. Iris B. Eye piece 
C. Fine adjustment screw D. Etchant 

58. 
Etchant used for mild steel specimen is 
A. Nital B. Kellers reagent 
C. HCl D. Alcohol 

59. 

The magnification of eye piece is 20X and objective is 40X. The magnifications of 
metallurgical microscope will be            . 
A. 60X B. 2X 
C. 800X D. 20X 

60. 
Metallography technique use to observe 
A. Macrostructure B. Microstructure 
C. Nanostructure D. None 

61. 
The ability of material to absorb energy during elastic limit is called 
A. Hardness B. Ductility 
C. Toughness D. Resilience 

62. 
The ability of material to withstand again compressive load without fracture is called 
A. Malleability B. Resilience 
C. Toughness D. None 

63. 
For substitutional solid solution, solute size difference is ______ solvent. 
A. Less than or equal to 15% B. Less than or equal to 20% 
C. Less than or equal to 25% D. Less than or equal to 30% 

64. 

The atom leaves its place in ordered crystal structure creating vacancy and 
accommodate itself interstitially in the structure is called 
A. Edge dislocation B. Screw dislocation 
C. Frenkel imperfection D. Schottky imperfection 

65. 
An example of isomorphos diagram is  
A. Fe-C B. Pb-Zn 
C. Cu-Ni D. Fe-Cr 

66. 
Lever rule give the amount of  
A. Grains B. Atoms 
C. Phases D. None 

67. Which of the following structural constituent of an alloy 
A. Martensite B. Pearlite 
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C. Eutectic D. None 

68. 
Allotropic form of metal have same 
A. Physical properties B. Crystal structure 
C. Both (a) and (b)  D. None 

69. 
Which of the following is not an amorphous material 
A. Plastics B. Glass 
C. Rubbers D. Carbon 

70. 
Atomic packing factor for simple cubic structure is  
A. 0.52 B. 0.68 
C. 0.74 D. 0.86 

 
************** 

�જુરાતી 

ન.ં પ્ તેમજ િવકલ્ 

1. 
કો્ર� ુ�ક્રસ ્લકસર _____ હોય છે.   

A.  B.C.C.  B. F.C.C. 

C. H.C.P.  D.  કોઇ્ણ નહ�.  

2. 
બે ન�કના કણની સ્ાર� ્્પશતી હોય તે સ્ાર�ને ે ુકહકવાય છે? 

A.  �ક્રસ  B. �નુીર સેસ  

C. ગેઇન બાબાઉ�  D.  કો-ઓડ�નેપન નબંર  

3. 
નીસેમાથી � ુમેરસ નથી? 

A.  આયનશ  B. કો્ર  

C. સેડ  D.  ફો્ફરસ  

4. 
ગેઇનની ી�ુમતા વ તા મર�ર�યસની ્લકાથમા  

A.  વ ારો થાય છે.  B. ઘરાડો થાય છે.  

C. ફકરફાર યતો નથી.  D.  કોઇ ્ણ નહ�.  

5. 
મોરા કણોવાળ� મેરસમા  

A.  વ ારક ડકર�સીર� હોય છે.  B. વ ારક મપીનેબીસીર� હોય છે.  

C. વ ારક હાડશનેસ હોય છે.  D.  વ ારક મેસીએબીસીર� હોય છે.  

6. 
સોડ�યમ કોરાઇડમા ______ હોય છે.   

A.  આયોનીક બોાડ  B. કો વેસેાર બોાડ  

C. વેાડરવોસ બોાડ D.  મેરાસીક બોાડ 

7. 
B.C.C. મારક એરોમીક ્ેક�ગ ફકકરર _____ હોય છે.  

A.  0.52 B. 0.68 

C. 0.74 D.  0.84 

8. 
f.c.c. મારક કો-ઓડ�નેપન નબંર  

A.  6 B. 8 

C. 10 D.  12 

9. 
વ ારક એરોમીક ્ેક�ગ ફકકરરને સી ે  

A.  વ ારક ્લકાથ હોય છે.  B. વ ારક ડકર�સીર� હોય છે.  

C. વ ારક રફનેસ હોય છે.  D.  કોઇ્ણ નહ�.  
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10. 
�ુસ બેવાઇસ સેરાઇસની સસંયા ____ હોય છે.  

A.  3 B. 7 

C. 11 D.  14 

11. 
હ�ર�ગ અને �ુસ�ગ મારક રકમ્રકસર સા્ેેે રાઇમ ડાયાગામ નીસેના નામે ઓામાય છે.  

A.  ્લકસ – ્લકઇન ડાયાગામ  B. ક�્ કવશ  

C. �ુસ�ગ કવશ  D.  હ�ર લ�રમટર ડાયાગામ  

12. 

રકમ્રકસર – કોમ્ોોેપન ડાયાગામ કક ક હ�ર�ગ અને �ુલસ�ગ લરમયાન ્લકસરમા ફકરફાર 

બતાવે છે. તે નીસેના નામે ઓામાય છે.  

A.  ઇકવીસીબીયમ ડાયાગામ  B. ્લકસ – ્લકઇન ડાયાગામ  

C. રક ડાયાગામ  D.  માઇકો્લકસર  

13. 
�મુ રોથર� િનયમ પમાણે  

A.  �ક્રસ ્લકસર સમાન હોય છે.  B. �ક્રસ ્લકસર અસગ  હોય છે. 

C. �ક્રસાઇન હોતા નથી.  D.  કોઇ્ણ નહ�.  

14. 
�રર્ર�સીયસ સોસીડ સોલ�પુનમા સોલ�રુ સોલવાર કરતા  

A.  નાના હોય છે.  B. મોરા હોય છે.  

C. સરમા હોય છે.  D.  કોઇ પણ નહ�.  

15. 
મેગનેપીયમ� ુ�ક્રસ ્લકસર ____ હોય છે.  

A.  F.C.C B. B.C.C. 

C. H.C.P. D.  S.C. 

16. 
ઇારર્ર�સીઅસ સોસીડ સોલ�પુન� ુબલાહરણ ____ છે.  

A.  Cu-Ni B. Cu-Au 

C. Fe-C D.  Zn-Pb 

17. 
સોસીડ�ફ�કકપન લરમયાન ફા્ર �ુસ�ગ નીસે પમાણે ્લકસર બનાવે છે.  

A.  ફાઇન ગેઇન  B. કોસશ ગેઇન  

C. મીડ�યમ ગેઇન  D.  કોઇ્ણ નહ�.  

18. 
�ગોરના  સ્ાર� ્ર નીસે પમાણે ્લકસર હોય છે.  

A.  મોરા ઇકવી અે ગેઇન  B. નાના ઇકવી અે ગેઇન 

C. કોસમનાર ગેઇન D.  કોઇ્ણ નહ�.  

19. 
એસોયના જથથા� ુસકંોસનને ______ કહકવાય છે.  

A.  સ�કકજ  B. સેગીગેસન  

C. ્ોસશ  D.  કોઇ્ણ નહ�.  

20. 

એસોય િસ્રમમા ઇકવીસીબીયમ ફકો. ઇકવીસીબીયમ કોમ્ોનાર અને ઇકવીસીબીયમ  ડ�ગી 

ઓફ ફ�રમ પો વાના િનયમને ___ કહકવાય છે.   

A.  સીવર �ુસ  B. ગીબસ �ુસ  

C. �મુ રોથર� �ુસ  D.  કોઇ્ણ નહ�.  

21. 
ઇકવીસીબીયમ િસ્રમમા કોમ્ોનાર 3 અને ફકો 2 છે. તો ડ�ગી ઓફ ફ�ડમ  

A.  1 B. 2 

C. 3 D.  4 
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22. 
ેધુ  સબ્રંસ મારક ડ�ગી ઓફ ફ�ડમ  

A.  1 B. 2 

C. 3 D.  4 

23. 

ફકો ડાયાગામમા ાયા એસોય સીકવીડ ્રકરમા હોય છે. તેના બ્રની સાઇનને _____ કહકવાય 

છે.  

A.  સોસીડસ સાઇન   B. સીકવીડસ સાઇન  

C. રાઇ ્ોઇાર  D.  ઇાવસશન સાઇન  

24. 
ફકો ડાયાગામમા સીકવીડ માથી સોસીડ1 અને સોસીડ2 ર�એકપન ______ કહકવાય છે.  

A.  �રુકકરોઇડ  B. �રુકકર�ક  

C. ્ેર�રકકર�ક  D.  ્ેર�રકકરોઇડ  

25. 
સીકવીડમા સંં ણુશ સોલ�બુસ અને સોસીડમા મપીક સોલ�બુસ ર�એકપન ______ કહકવાય છે. 

A.  �રુકકરોઇડ  B. �રુકકર�ક  

C. ્ેર�રકકર�ક  D.  ્ેર�રકકરોઇડ  

26. 
ેધુ  મેરસમા સીકવીડમાથી સોસીડ બનવા લરમયાન તા્માન _____ રહક છે.  

A.  વેર�એબસ  B. કોા્રાર  

C. ઇનવેર�અાર  D.  કોઇ્ણ નહ�.   

27. 
સીકવીડ અને સોસીડમાથી સોસીડ બનવાની ર�એકપનને ______ કહકવાય છે. 

A.  �રુકકરોઇડ  B. �રુકકર�ક  

C. ્ેર�રકકર�ક  D.  ્ેર�રકકરોઇડ  

28. 
સોસીડ અને સોસીડમાથી સોસીડ બનવાની ર�એકપનને ______ કહકવાય છે. 

A.  �રુકકરોઇડ  B. �રુકકર�ક  

C. ્ેર�રકકર�ક  D.  ્ેર�રકકરોઇડ  

29. 
નીસેમાથી �ા ર�એકપનમા સીકવીડ ફકો હોય છે.  

A.  �રુકકરોઇડ  B. મોનોરકકરોઇડ  

C. ્ેર�રકકરોઇડ   D.  કોઇ નહ�.  

30. 
નીસેમાથી કઇ મીકકનીકસ �ણુ મ� નથી? 

A.  મેલર�ગ ્ોઇાર  B. રકસીસીઅાસ  

C. હાડશનેસ  D.  રફનેસ  

31. 
�રુ� જતા ્હકસા મર�ર�યસના એનજ� પોષવાની ેમતાને ______ કહકવાય છે. 

A.  ડકર�સીર� B. રફનેસ  

C. મેસીએબીસીર� D.  ્લકાથ  

32. 
જો ડકર�સીર� વ ે તો  ફનેસ  

A.  વ ે  B. ઘરક  

C. ફકરફાર ન થાય   D.  કોઇ્ણ નહ�.  

33. 
સોડ ર�સીવ કરતા મર�ર�યસ ઓર��નસ આકાર મેળવે તે �ણુ મશ ______ કહકવાય છે. 

A.  ઇસા્ર�ક ડ�ફોમમપન B. પસા્ર�ક ડ�ફોમમપન  

C. ફર�ગ ડ�ફોમમપન D.  ક�્ ડ�ફોમમપન 

34. સાઇકસીક ્લકસને કારણે થતા મર�ર�યસના �કુસાનને _______ � ુકહકવાય છે. 
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A.  ઇસા્ર�ક ડ�ફોમમપન B. પસા્ર�ક ડ�ફોમમપન  

C. ફર�ગ ડ�ફોમમપન D.  ક�્ ડ�ફોમમપન 

35. 
બોઇસર ર�બુ� ુ�રુ� ુએ _______ � ુબલાહરણ છે.  

A.  ફર�ગ  B. ક�્  

C. રકાસાઇસ  D.  રોસશન  

36. 
્રકઇન – રાઇમ ડાયાગામને _______ કહકવાય છે. 

A.  ફર�ગ કવશ  B. ક�્ કવશ  

C. �ુસ�ગ કવશ  D.  ફકો કવશ  

37. 
એરોમીક ્લકસરમા વેકાસી _______ � ુબલાહરણ છે. 

A.  ્ોઇાર ડ�ફકકર  B. સાઇન ડ�ફકકર 

C. સફ�સ ડ�ફકકર D.  વોલ�મુ ડ�ફકકર 

38. 
એરોમીક ્લકસરમા એજ ડ�્સોકકપન  _______ � ુબલાહરણ છે. 

A.  ્ોઇાર ડ�ફકકર  B. સાઇન ડ�ફકકર 

C. સફ�સ ડ�ફકકર D.  વોલ�મુ ડ�ફકકર 

39. 
ક�્રસ ્લકસરમા ્રકક�ગ ફોલર _______ � ુબલાહરણ છે. 

A.  ્ોઇાર ડ�ફકકર  B. સાઇન ડ�ફકકર 

C. પસેનર ડ�ફકકર  D.  કોઇ્ણ નહ�. 

40. 
કોાસરાર ્લકસ ્ર બર ુતા્માન સહન કરવાની ેમતાને ____ કહકવાય છે.   

A.  ફર�ગ  B. ક�્  

C. હાડશનેસ  D.  ડકર�સીર� 

41. 
્કકસ રકસી્રાર �ણુ મશને ____ કહકવાય છે. 

A.  ફર�ગ  B. ક�્  

C. હાડશનેસ  D.  ડકર�સીર� 

42. 
હાડશનેસ વ ે તો હમેપા ્લકાથ  

A.  ઘરક  B. વ ે 

C. ઘર�ને વ ે D.  કોઇ્ણ નહ�.  

43. 
________  ્ર ર�ક�્રસાઇોેપન થાય છે.  

A.  �મ રકમ્રકસર  B. સબ ોીરો રકમ્રકસર  

C. એસીવેરકડ રકમ્રકસર D.  હાઇ રકમ્રકસર  

44. 
ર�ક�્રસાઇોેપનને સી ે _______ વ ે છે  

A.  હાડશનેસ  B. ્લકાથ 

C. ડકર�સીર� D.  કોઇ્ણ નહ�.  

45. 
ર�ક�્રસાઇોેપનમા રાઇમ સાથે ગેઇન સાઇો 

A.  ફાઇન બને છે.  B. કોસશ બને છે.  

C. ફકરફાર થતો નથી. D.  કોઇ્ણ નહ�.  

46. 
નોન મેરસ ની સરમામણીમા મેરસની ઘનતા  

A.  વ ારક હોય છે.  B. ઓછ� હોય છે.  

C. સરમી હોય છે.  D.  કોઇ્ણ નહ�.  
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47. 
નીસેમાથી કઇ મેરસમા સૌથી વ ારક ઇસેકલ�કસ વા કતા હોય છે.  

A.  કો્ર  B. એલ�મુીનીયમ 

C. િસલવર D.  બાસ 

48. 
સીનીયર ઇસા્ર�ક ડ�ફોમમપન નીસેના િનયમ  ારા થાય છે.  

A.  ફ�કસ સો  B. �કુસ સો  

C. બેગસ સો D.  ગીબસ સો 

49. 
પસા્ર�ક ડ�ફોમમપનને કારણે થતા ્લકા ન�ગને ______ કહકવાય છે.  

A.  ઇસા્ર�સીર�  B. પસા્ર�સીર� 

C. ્લકઇન હાડશન�ગ  D.  કોઇ્ણ નહ�.  

50. 
કને સોકકસ મેલર�ગ ્ોઇાર હોય એવા સોસીડ સબ્રંસને ______ કહકવાય છે.  

A.  એમોફશસ  B. ક�્રસાઇન  

C. �રુકકર�ક  D.  કોઇ્ણ નહ�.  

51. 
મેરસમા અ�ઓુના ્ીર�યડ�ક એરકાજમેાર ને ______ કહકવાય છે. 

A.  સેરાઇસ B. બેસીસ 

C. સેસ D.  કોઇ્ણ નહ�.  

52. 
�ક્રસ ્લકસરમા િમ્ર�માણીય અ�ઓુના ્ીર�યડ�ક એરકાજમેાર ને ______ કહકવાય છે.`` 

A.  પસેન સેરાઇસ  B. ્્ેસ સેરાઇસ 

C. �નુીરસેસ  D.  કોઇ્ણ નહ�. 

53. 
નીસેમાથી ક� ુ્લકસર મેરસજ� માઇકો્કો્  ારા જોઇ પકાય છે. 

A.  મેકો ્લકસર B. માઇકો ્લકસર 

C. એરોમીક ્લકસર D.  નેનો ્લકસર 

54. 
મેકો એકોમીનેપન ______ મેગનીફ�કકપન ્ર કરવામા આવે છે.  

A.  5X-10X B. 20X-50X 

C. 10X-40X D. 15X-60X 

55. 
100% ્રસાઇર  રાવતા ્ર�સ મા કાબશન ______ હોય છે.  

A.  0.8% B. 2% 

C. 4.3% D. 6.67% 

56. 
સાલા મેરસજ�કસ માઇકો્કો્� ુમેગનીફ�કકપન______ હોય છે. 

A.  20X કરતા ઓ� B. 20X થી 2000X 

C. 2000X થી 20000X D. 20000X કરતા વ ારક 

57. 
નીસેમાથી �ો મેરસજ�કસ માઇકો્કો્નો નાગ નથી? 

A.  આઇર�સ B. આઇ ્ીસ 

C. ફાઇન એદજસમેાર ્  D.  એસાર  

58. 
માઇલડ ્ર�સમા વ્રાતા એસાર નીસે પમાણે છે.  

A.  નાઇરસ  B. કકસર ર�એજાર  

C. HCl D.  આલકોહોસ  

59. આઇ ્ીસ� ુમેગનીફ�કકપન 20X અને ઓબકકર�વ સેાસ� ુ40X છે. તો મેતસજ�કસ 
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માઇકો્કો્ન મેગનીફ�કકપન ______ થાય  

A.  60X B. 2X 

C. 800X D. 20X 

60. 
મેરસોગાફ� ્ધ તી _____ જોવા મારક થાય છે.  

A.  મેકો્લકસર  B. માઇકો્લકસર 

C. નેનો્લકસર D.  કોઇ્ણ નહ�.  

61. 
ઇસા્ર���  સીમીર લરમયાન એનજ� પોષવાની ેમતાને ______ કહકવાય છે.  

A.  હાડશએસ  B. ડકર�સીર�  

C. રફનેસ D.  રકસીસીઅાસ  

62. 
કમપેસીવ સોડ સામે મર�ર�યસની �રુ�ા િવના રક� રહકવાની ેમતાને ______ કહકવાય છે. 

A.  મેસીએબીસીર� B. રકસીસેઅાસ 

C. રફનેસ D.  કોઇ્ણ નહ�.  

63. 
સબ્ર�ર�પુનસ સોસીડ સોલ�પુનમા સોલ�રુની સાઇોમા ફકરફાર  ___ સોલવાર કરતા હોય છે.  

A.  15% કરસો કક તેના કરતા ઓછો.  B. 20% કરસો કક તેના કરતા ઓછો. 

C. 25% કરસો કક તેના કરતા ઓછો. D.  30% કરસો કક તેના કરતા ઓછો. 

64. 

વેકાસી થવા મારક �ક્રસ ્લકસરમાથી અ� ુનીકળ� અને તે જ ્લકસરમા ગોટવાય તેને 

______ કહકવાય છે.  

A.  એજ ડ�્સોકકપન  B. ્  ડ�્સોકકપન  

C. ફ્કસ મામી D.  સોતક� મામી 

65. 
આઇસોમોફશસ ડાયાગામ� ુબલાહરણ _____ છે.  

A.  Fe-C B. Pb-Zn 

C. Cu-Ni D. Fe-Cr 

66. 
સીવર �ુસ ્રથી નીસેનામાથી જથથો  ણી પકાય છે.    

A.  ગેઇન  B. એરો�� 

C. ફકો  D.  કોઇ્ણ નહ�. 

67. 
નીસેનામાથી ક� ુ્લકસર એસોય� ુનાગ છે?  

A.  માર�ાસાઇર  B. ્રસાઇર  

C. �રુકકર�ક  D.  કોઇ્ણ નહ�.  

68. 
એસોલો્ીક પકાર  રાવતી મેરસમા ____ હોય છે.   

A.  �ફોીકસ �ણુ મશ   B. �ક્રસ ્લકસર 

C. બ�ેં A અને B D.  કોઇ્ણ નહ�. 

69. 
નીસેમાથી � ુએમોફશસ મર�ર�યસ નથી? 

A.  પસા્ર�ક  B. ગસાસ  

C. રબર D.  કાબશન  

70. 
િસમ્સ �બુીક ્લકસર મારક એરોમીક ્ેક�ગ ફકકરર _____હોય છે.  
A. 0.52 B. 0.68 
C. 0.74 D. 0.86 
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