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Seat No.: ________                                                           Enrolment No._______ 
 

GUJARAT TECHNOLOGICAL UNIVERSITY 
Diploma Engineering - SEMESTER–II (CtoD) • EXAMINATION – WINTER • 2014 

 
Subject Code: C322301 Date: 29-12-2014        
Subject Name: Polymer Chemistry 
Time: 10:30 am - 12:00 pm     Total Marks: 70 
Instructions: 

1. Attempt all questions. 
2. Make suitable assumption wherever necessary. 
3. Each question is of 1 mark. 
4. Use of SIMPLE CALCULATOR is permissible. (Scientific/Higher Version not allowed) 
5. English version is authentic. 

 
No. Question Text and Option 

1. 

Monomers are converted to polymer by 
A. Hydrolysis of monomers B. Protonation of monomers 
C. Condensation reaction between 

monomers 
D. None of these 

2. 
Which of the following has the largest molecular mass 
A. Monomer B. Polymer 
C. Dimer D. Oligomer 

3. 
Which polymer is formed by chloroethene?  
A. Teflon B. PVC 
C. Polyethene D. Nylon 

4. 

The phenol-formaldehyde resins are formed by polymerisation of phenol and 
formaldehyde by 
A. Addition polymerisation B. Condensation polymerisation 
C. Both (a) and (b) D. None of these 

5. 
The monomer of poly vinyl chloride (PVC) is 
A.  chloroethane B. ethylene dichloride 
C. ethyl chloride D.  chloroform 

6. 

Nylon-6 is manufactured from  
A.  Caprolactum. B. Adipic acid and hexamethylene 

diamine. 
C. Maleic anhydride and 

hexamethylene diamine. 
D.  Sebasic acid and hexamethylene 

diamine. 

7. 
Condensation polymerisation is not involved in the manufacture of 
A.  Teflon B. polythene 
C. terylene D.  nylon 

8. 
Molecular weights of plastics ranges from 
A.  1000 to 5000 B. 5000 to 10000 
C. 20000 to 25000 D.  109 to l011 

9. 
PVC is prepared by the polymerisation of.  
A.  Ethylene B. Propene 
C. 1-chloropropene D.  1-chloroethene 

10. 

Number average molecular weight is_________ than Weight average molecular 
weight 
A.  more B. less 
C. equal D.  More or less 

11. 
Amorphous polymer is __________ below Tg 
A.  rubber B. Polymer melt 
C. Glassy solid D.  crystalline 

12. High functionality of monomer result in 
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A.  Crystalline polymer B. branched polymer 
C. Linear polymer D.  Cross linked polymer 

13. 
Zeigler process produces 
A. High Density Polyethylene B. Medium Density Polyethylene 
C. Low Density Polyethylene D. Very Low Density Polyethylene 

14. 

Relationship of Tensile strength & crystallinity is given by  
A. Tensile strength increases with 

increase in crystallinity 
B. Tensile strength decreases with 

increase in crystallinity 
C. Tensile strength remain constant 

with increase in crystallinity 
D. Can not say about relationship 

15. 

Most plastics transform abruptly at _______________ from a glassy hard state to a soft 
rubbery state 
A. Freezing Temperature B. Flow Temperature 
C. Glass Transition Temperature D. Melting Temperature 

16. 
Polydispersity index of polymers is always 
A. =1 B. <1 
C. >1 D. 0 

17. 

Which one is true for Molecular weight  
A. Higher molecular weight 

polymers tend to be tougher 
B. Higher molecular weight polymers 

tend to be Harder 
C. Higher molecular weight 

polymers tend to be Brittle  
D. All are true 

18. 
Expandable Polystyrene beads are produced by 
A. Bulk polymerisation B. Solution polymerisation 
C. Suspension polymerisation D. Emulsion polymerisation 

19. 
Depolymerisation is nothing but 
A. Polymerisation B. Cracking 
C. Dissolution D. Degradation  

20. 
Viscosity of a polymer melt is depend on  
A. Temperature B. Molecular weight 
C. Shear rate D. All Above 

21. 

When hydrolysable groups form the side groups of the polymer then hydrolysis 
reaction leads to  
A. Chain scission in polymer B. Cross linking in polymer 
C. Degradation of  polymer D. Change of functional group in polymer 

22. 

Find the correct statement 
A. Polymer dissolve readily with 

solvent  
B. Polymer dissolve faster by stirrings  

C. Polymer dissolve faster then low 
molecular weight compound 

D. Polymer take more time to dissolve 
then low molecular weight compound 

23. 
Which additives will reduce the Tg of polymer 
A. Filler B. Colorant  
C. Plasticiser D. Fibers 

24. 
Polymerisation of _____________ produces Polystyrene 
A. Styrene B. adipic acid 
C. Methyl Methacrylate D. Vinyl chloride 

25. 

Relationship among degree of polymerization (DP),  number-average molecular 
weight (Mn)  &  molecular weight of the monomer (Mo) is given by 
A. DP=Mn * Mo B. DP=Mn /  Mo 
C. DP=Mn + Mo D. DP=Mn - Mo 

26. 
In Mass polymerisation process for polystyrene,  styrene is prepolymerised at  
A. 500C B. 800C 
C. 1000C D. 1400C 

27. Polymers may exist as 
A. Only Solid  B. Only Liquid 
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C. Only Gas D. Solid as well as liquid 

28. 
Acidolysis involves _____________ of polymer molecules using carboxylic acids. 
A. mixing B. joining 
C. splitting D. adding 

29. 
The starting material for the preparation of polystyrene is 
A. Ethane B. Ethyne 
C. Ethene D. Propylene 

30. 

Determine the number of monomeric units, in one molecule of polyethylene with 
a molar mass of 40,000 g.  
A.  2445 B. 1426 
C. 1276 D.  1145 

31. 
Which monomers can be polymerised by Suspension polymerisation 
A. Water soluble B. Water insoluble 
C. Both Water soluble & Insoluble C. Can’t say 

32. 
At low concentration polymer solution are  
A.  Less viscous B. Highly viscous 
C. Equally viscous to solvent  C. None of above 

33. 
Crystallisability depends on 
A.  Molecular weight B. Molecular weight distribution 
C. Molecules chemical nature D.  All of above 

34. 

Raw material for polyurethane  
A.  Urea & Formaldehyde B. Bisphenol A & Phosgene 
C. butendiaol & Hexamethylene 

diisocynate 
D.  hexamethylene diamine and maleic 

anhydride 

35. 
Molecular weights of polymers are in the range of 
A.  10 to 103 B. 103 to 107 
C. 107 to 1010 D.  1010 to 1020 

36. 
For manufacturing of resol, phenol & formaldehyde are taken in ratio of 
A.  1 : 1  B. 1 : 2 
C. 1 : 3 D.  3 : 4 

37. 

Thermal degradation may follow  
A.  Only chain end degradation B. Only random degradation 
C. Either chain end or random 

degradation 
D.  None of above 

38. 
In polymers ratio of crystalline region to amorphous region depends on  
A.  Temperature B. Rate of cooling 
C. Chemical nature of polymer D.  All of above 

39. 
Novolaks are prepared under  
A.  Acidic condition B. Basic condition 
C. Neutral condition D.  Any condition from above 

40. 

The catalyst used in the manufacture of polyethene by Ziegler method is 
A.   Titanium tetrachloride and 

triphenyl aluminium 
B. Titanium dioxide 

C. Titanium tetrachloride and 
trimethyl aluminium 

D.  Titanium isopropoxide 

41. 
ABS is a polymer of 
A.  Styrene B. ethylene 
C. Vinyl chloride D.  Acrylonitrile 

42. 
Polymer melt exhibits the tendency to return to its previous shape because of  
A.  Viscoelasticity B. Crystallanity 
C. Flexibility D.  Flowability 

43. 
Block co polymers are made by  
A. Bulk polymerisation B. Solution polymerisation 
C. Suspension polymerisation D. Emulsion polymerisation 
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44. 
Weight average molecular weight can be obtain by ____________ method.  
A.  Light scattering B. Osmotic pressure 
C. Viscosity D.  Ultracentrifugation  

45. 
Polyvinyl acetate on hydrolysis gives   
A. Polyvinyl chloride B. Polyvinyl acetals 
C. Polyacrylic acid D.  Polyvinyl alcohol 

46. 
At initial stage of polymer dissolution 
A.  Volume of  polymer decreases B. Polymer molecules start breaking 
C. Volume of  polymer increases D.  Polymer chains break 

47. 

The state at which polymer polymer becomes highly viscous liquid & start flowing, 
this state is   
A.  Visco-elastic state B. Visco-fluid state 
C. Visco state D.  Liquid  state 

48. 
Raw material for manufacturing of PVC is  
A.  Vinyl chloride B. Ethylene 
C. Propylene D.  Chlorine 

49. 
Cross linking in natural rubber ( polyisoprene ) is carried out with help of  
A.  Sodium B. Chlorine 
C. Sulfur D.  Carbon 

50. 

Nylon 6-6 is manufactured from 
A.  caprolactum B. hexamethylene diamine and adipic acid 
C. hexamethylene diamine and 

maleic anhydride 
D.  hexamethylene diamine and sebacic 

acid 

51. 

If  Number of molecules represented by  (Ni) & Their molecular weights are 
represented by (Mi) then the total mass of a polymer is   
A.  Σ(Ni)(Mi) / Σ (Mi) B. Σ(Ni)(Mi)/ Σ (Ni) 
C. Σ(Ni)(Mi) D.  Σ(Ni) + Σ (Mi) 

52. 
CMC is related with 
A.  Bulk polymerisation B. Solution polymerisation 
C. Suspension polymerisation D. Emulsion polymerisation 

53. 
Crystallisation can be completely avoided by 
A.  Annealing B. Quenching 
C. Tempering D.  Normalising 

54. 
Reaction of Terephthalic acid and ethylene glycol produces 
A.  Polyamide B. Polycarbonate 
C. Polyesters D.  Polybutadiene 

55. 
In context of crystallinity the correct relationship is 
A.  HDPE > LDPE B. HDPE < LDPE 
C. HDPE = LDPE D.  All of Above 

56. 
What is not true about chemical cross linking? 
A.  Reversible reaction B. Leads to three dimensional structure 
C. Irreversible reaction D.  Involves covalent bonds 

57. 
Solvent take much time to make interactions with polymer molecules due to  
A.  Large size of polymer molecule B. Coiled nature of polymer molecule 
C. Strong forces of attraction D.  All of above. 

58. 
In commercial way Vinyl Chloride is polymerised by 
A.  Emulsion polymerisation  B. Suspension polymerisation 
C. Both A & B D.  None of  A & B 

59. 

Low molecular weight crystalline solid essentially defines in terms of 
A. Position of individual molecule 

in crystal 
B. Geometry of crystal lattice 

C. Response to external force D.  All of  Above 

60. A polymer melt exhibits 
A. Newtonian behaviour B. Pseudo plastic behaviour 
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C. Dilatants behaviour D.  Bingham behaviour 

61. 
In Suspension polymerisation initiator should be 
A. Media soluble B. Monomer soluble 
C. Monomer & Media soluble D.  Monomer insoluble 

62. 
Aromatic group in polymer backbone 
A.  Make it insoluble B. Reduces the thermal stability 
C. Make it soluble D.  Increase the thermal stability 

63. 

The rate at which dissolution occurs is LEAST dependent upon which one of the 
following factors 
A.  Temperature B. Pressure 
C. Solution concentration D.  Energy 

64. 
Which polymer is soluble in water? 
A.  Polyethylene B. Polypropylene 
C. Phenol formaldehyde D.  Polyethenol 

65. 
Stage of polymer where both Brownian movement occur that called    
A.  Solid state  B. Visco elastic state 
C. Liquid state D.  Gaseous state 

66. 
Poly propylene is produced by using 
A.  Chromium catalyst B. Ziegler-natta catalyst 
C. Hydrogen peroxide D.  Terephthalic acid 

67. 
LDPE produced by 
A.  High pressure process B. Ziegler Process 
C. Low pressure process D.  Phillips process 

68. 

Significant characteristic of Bulk polymerisation 
A.  Viscosity increases with 

polymerisation 
B. Exothermic reaction 

C. Both A & B D.  None from A & B 

69. 
Temperature at which change of state (solid to liquid) occur is called 
A.  Freezing Temperature B. Boiling Temperature 
C. Glass Transition Temperature D. Melting Temperature 

70. 
Plastic bucket exposed in sun light will loses its strength because of  
A. Mechanical Degradation B. Ultrasonic Degradation 
C. Photo Degradation D.  Oxidative Degradation 

 
************** 

 

�જુરાતી 

 
ન.ં પ્ તેમજ િવકલ્ 

1. 
_________ દારા મ ન મર ને ્  �લમરમા ં �્ાતં�રત કરવામા ંઆવે છે 

A.  મ ન મરના જલિવચછેેન B. મ ન મરના પ ર નેનન 

C. મ ન મરવચ્ે કકન્ક�ેનન પ� પા  D.  ક ઈ્ણ નહ� 

2. 
ની્ેના માથી ક� ુ �ૌથી મ �ંુ ્રમા� ુ��હૂ છે?  

A.  મ ન મર B. ્ �લમર 

C. ન�મર D.  ઓ�લગ મર 

3. 
ક� ુ્ �લમર કલ ર ઈથીન દારા ર્ાપે� ુછે.  

A.  ર્ફલ ન B. ્ીવી�ી 

C. ્ લીઇિથન D.  નાપલ ન 

4. ફ�ન લફ માર્લનહાઈન ર્�ઝન ફ�ન લ અને ફ માર્લનહાઈન ના_______ દારા બનાવવામા ંઆવે છે 

http://en.wikipedia.org/wiki/Terephthalic_acid
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A.  એ�નનન ્ �લમેરાઈ�ેનન B. કંકન્ક�ેનન ્ �લમેરાઈ�ેનન 

C. બનેં (A) અને (B) D.  ક ઈ ્ણ નહ� 

5. 
્ લી િવનાઇલ કલ રાઇન �ુ ંમ ન મર ______છે 

A.  કલ ર ઈથીન B. ઇિથલીન નાઈકલ રાઈન 

C. ઇથાઈલ કલ રાઇન D.  કલ ર ફ મર 

6. 

નાપલ ન -6 નેમાથંી ઉત્ા�ેત થપેલ છે 

A.  ક્પ લેકરમ B. એન�િ્ક ઍિ�ન અને હક્�ાિમિથલીન 

નાપએમાઈન 

C. મે�લક એનહાઇડાઈન અને 

હક્�ાિમિથલીન નાપએમાઈન 

D.  �ેબા�ીક એિ�ન અને હક્�ાિમિથલીન 

નાપએમાઈન 

7. 
___________ઉત્ાેનમા ંકનન્ક�ેનન ્ લીમરાઈ�ેનન �ામેલ નથી  

A.  ર્ફલ ન B. ્ લીથીન 

C. ર્ર�લીન D.  નાપલ ન 

8. 
પલા્�રક�ુ ં ્રમા� ુવજન ની ર્કજ ____ છે. 

A.  1૦૦૦ થી 5૦૦૦ B. 5૦૦૦ થી 1૦૦૦૦ 

C. 2૦૦૦૦ થી 25૦૦૦ D.  1૦9 થી 1૦11 

9. 
્ીવી�ી ક ના ્ લીમરાઈ�ેનન દારા ત પાર કરવામા ંઆવે છે? 

A.  ઇિથ�લન B. પ િ્ન 

C. 1-કલ ર િપન D.  1-કલ ર ઈથીન 

10. 
વજન એવર્જ ્રમા� ુવજન કરતા ં�ખંપા એવર્જ ્રમા� ુવજન _________ છે. 

A.  વ� ુ B. ઓછ� 

C. �માન D.  વ� ુઅથવા ઓછા 

11. 
Tg થી ની્નેા તા્માને એમ ફર� ્ �લમર __________ છે 

A.  રબર B. ઓગાળે� ુ્ �લમર  

C. ગલા�ી  ન D.  � �રલાઇન 

12. 
મ ન મર ની �્ી ફંકનાલીર� નેમા ં્�રણામે  

A.  �ફ�રક�પ ્ �લમર B. નાખા ્ �લમર  

C. લીિનપર ્ �લમર D.    � �લ�કન ્ �લમર 

13. 
ઝીગલર પ� પા રુ ં્ેેા કર્ છે  

A.  �્ી  નતા ્ �લઇિથ�લન B. મધપમ  નતા ્ �લઇિથ�લન 

C. ઓછ�  નતા ્ �લઇિથ�લન D.  �બૂ જ ઓછ�  નતા ્ �લઇિથ�લન 

14. 

તણાવ ન�કત અને � �ર�લર�ન  �બંસં આ �જુબ  અ્ાપ 

A.  તણાવ ન�કત � �ર�લર�ના વસારા 

�ાથે વસે છે  

B. તણાવ ન�કત � �ર�લર�ના વસારા �ાથે  ર્ 

છે 

C. તણાવ ન�કત � �ર�લર�ના વસારા 

�ાથે �તત રહ ્છે  

D.  �બંસં િવને કહ� ન નકાપ. 

15. 
મ ર્ ભાગે પલા્�રક                 _______________ એ કા્ �વી �ખત ��થિતમાથંી રબર �વી � ોર  

�થીતીમા ંઅ્ાનક ્�રવતરન ્ામે છે. 
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A.  �ખત ઠંના તા્માન B. ોલ  તા્માન 

C. ગલા�  ા્કઝનન તા્માન D.  ગલન તા્માન 

16. 
્ �લમરના ્ �લન��્�સર� ઇકન્ક� હમેંના ક્રલ  હ પ છે? 

A.  =1 B. <1 

C. >1 D.  0 

17. 

્રમા� ુવજન માર્ રુ ં�ા�ુ ંછે  

A.  ઉચ્ ્રમા� ુવજન ્ લીમ�ર 

ખનતલ હ પ છે 

B. ઉચ્ ્રમા� ુવજન ્ લીમ�ર �ખત હ પ 

છે 

C. ઉચ્ ્રમા� ુવજન ્ લીમ�ર 

બરન હ પ છે 

D.  બ�ુ ં�તપ છે 

 

18. 
એક�્ાકન્બલ ્ �લ�રાપર�ન મણકા આના દારા બનાવવામા ંઆવે છે 

A.  બલક ્ �લમરાઇઝેનન B. � લ�નુન ્ �લમરાઇઝેનન  

C. ��્ેકનન ્ �લમરાઇઝેનન  D.  ઇમલનન ્ �લમરાઇઝેનન 

19. 
ન�્ �લમરાઇઝેનન એરલ ે

A.  ્ �લમરાઇઝેનન B. ઉક્લન 

C. િવ��ન  D.  �નગેન્નન 

20. 
્ �લમર મેલરની ��નગસતા નેના ્ર આસાર રાખે છે? 

A.  તા્માન B. ્રમા� ુવજન  

C. િનઅર ેર D.  ઉ્રના બસા 

21. 

હાઈડ લાઈ�ેબલ �ૂથ  �પાર્ ્ �લમરના બા�ુના �ૂથ ની ર્ના કર્ તપાર્ જલિવચછેેનની 

પિત� પા                  ____________ તરફ ે ર� �પ છે 

A.  ્ �લમર �ાકંળના ભાગલા  B. ્ �લમરમા ં  � �લ�ક 

C. ્ �લમર �નગેન્નન D.  ્ �લમરમા ંકાપરરત �ૂથની બેલી 

22. 

�ા�ુ ંિનવેેન ન સ  

A.  ્ �લમર દાવક �ાથે �હલ્ાઈથી 

િવ��ન થાપ 

B. �રર�ગ દારા ્ �લમર ઝન્ી િવ��ન થાપ  

C. ની્ા ્રમા� ુવજન �પં જન 

કરતા ્ �લમર ઝન્ી િવ��ન 

થાપ 

D.  ની્ા ્રમા� ુવજન �પં જન કરતા 

્ �લમર િવ��ન માર્ વ� ુ�મપ લે છે 

 

23. 
કપા ઉમેરણ  ્ �લમર ના Tg મા ં રાન  કરને 

A.  �ફલર B. રંગક 

C. પલા�ર��ાઈઝર D.  ફાઇબર 

24. 
_____________ �ુ ં્ �લમરાઇઝેનન ્  �લ�રાપર�ન ઉત્ાેન કરને. 

A.  �રાપર�ન B. એન�્ીક એ�ીન 

C. મીથાઈલ મીથા �લેર D.  િવનાઈલ કલ રાઈન 

25. 
્ �લમરાઇઝેનનની �નગી ( D P )  , નબંર �ર્રાન ્રમા� ુવજન (M n )  અને મ ન મરના 

્રમા� ુવજન (M o )   વચ્ેન  �બંસં આના દારા આ્વામા ંઆવે છે 

A.  D P=M n *M o  B. D P=M n / M o  



8/11 

C. D P=M n + M o  D.  D P=M n - M o  

26. 

્ �લ�રાપાર�નની મા� ્  �લમરાઇઝેનન પ� પામા,ં �રાપાર�ન આરલા તા્માને ્  �લમરાઇઝ 

થાપ 

A.  500�ે B. 800�ે 

C. 1000�ે D.  1400�ે 

27. 
્ૉ�લમ�ર _________ તર�ક્ અ��તતવમા ંહને 

A.  માત  ન  B. માત પવાહ� 

C. માત ગે� D.   ન તેમજ પવાહ� 

28. 
એ�ીન લી�ી�મા ંકાબ�્કઝ�લક એિ�નની મેેથી ્ �લમર અ� ુ_____________ થાપ છે. 

A.  િમશણ  B. જ નાણ 

C. િવભાજન D.  ઉમેર  

29. 
્ �લ�રાપ�રન ત પાર કરવા માર્ ન�આતન  ્ેાથર  કપ  છે ? 

A.  ઈથેન B. ઈથાઈન 

C. ઈથીન D.  પ ્ીલીન 

30. 

40,000 ગામ મ લર ભાર સરાવતા ્ �લઇિથ�લનના એક ્રમા� ુમા ંમ ન મ�રની �ખંપા નય� 

કર . 

A.  2445 B. 1426 

C. 1276 D.  1145 

31. 
કપા મ ન મ�ર ��્ેકનન ્ લીમરાઈ�ેનન દારા ્ લીમરાઈઝ કર� નકાપ  

A.  ્ાણીમા ંદારપ  B. ્ાણીમા ંઅદારપ 

C. બનેં, ્ાણીમા ંદારપ અને અદારપ D.  કહ� ના નકાપ 

32. 
ઓછ� �ાદંતાએ ્ �લમર દાવણ _______ હ પ છે 

A.  ઓ� ��નગસ B. અતપતં ��નગસ 

C. � લવકરના �ર� ુ��નગસ D.  ઉ્રના ક ઈ નહ� 

33. 
� �રલાઈ�ે�બ�લર� નેના ્ર આસાર રાખે છે? 

A.  ્રમા� ુવજન  B. ્રમા� ુવજન િવતરણ 

C. અ�નુી રા�ાપ�ણક પ ર્િત  D.  ઉ્ર કત તમામ 

34. 

્ લી�ર્ુથીન માર્ન  કા્  માલ 

A.  ��ુરપા અને ફ મરલન્હાઇન B. �બ��ફન લ એ અને ફ ��ન 

C. બ�રુટનાપ લ અને  હક્�ાિમિથલીન 

નાપઆઈ� �ાપનેર 

D.  હક્�ાિમિથલીન નાપએમાઈન અને મે�લક 

એનહાઇડાઈન 

35. 
્ �લમરના ્રમા� ુવજનની મપારેા 

A.  10 થી 103 B. 103 થી 107 

C. 107 થી 1010 D.  1010 થી 1020 

36. 
ર�� લના ઉત્ાેન માર્, ફ�ન લ અને ફ માર્લનહાઈન ક્રલા �ણુ ણરમા ંલેવામા ંઆવે છે ? 

A.  1 : 1 B. 1 : 2 

C. 1 : 3 D.  3 : 4 

37. ઉષમીપ અસધ્તન રુ ંઅ��ુર્ છે 
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A.  માત �ાકંળ ળતી અસધ્તન B. માત અરપવ��થત અસધ્તન 

C. �ાકંળ ળત અથવા અરપવ��થત 

અસધ્તન  

D.  ઉ્રના ક ઈ નહ� 

38. 
્ �લમર મા ં�ફ�રક�પ પે્ન અને આકારહ�ન પે્નન  �ણુ ણર નેના ્ર આસાર�ત છે 

A.  તા્માન  B. ઠંનક ેર 

C. ્ �લમરની રા�ાપ�ણક પ ર્િત D.  ઉ્ર કત તમામ 

39. 
ન વાલેક______________ હઠ્ળ ત પાર કરવામા ંઆવે છે 

A.  તે�બી ��થિત B. બે�ઝક ��થિત 

C. તર�થ ��થિત D.  ઉ્ર કત ક ઈ્ણ ��થિત 

40. 

�ઝગલર ્દિત દારા ્ �લથીન ના ઉત્ાેનમા ંઉ્પ ગી ઉતપેરક  

A.  �રરાિનપમ ર્ ાકલ રાઈન અને 

 ાપ�ફનાઈલ એલ�િુમિનપમ 

B. �રરાિનપમ નાપ ક�ાઈન 

C. �રરાિનપમ ર્ ાકલ રાઈન અને 

 ાઇિમથાઇલ એલ�િુમિનપમ 

D.  �રરાિનપમ આઈ� પ ્ ક�ાઈન 

41. 
ABS એ ને� ુ્ �લમર છે 

A.  �રાપર�ન B. ઇિથ�લન 

C. િવનાઈલ કલ રાઇન D.  એ� લ નાઈ ાઈલ 

42. 
્ �લમર મેલર �ના કારણે તેના અગાઉના આકાર ્ર ્ાછા આવવા�ુ ંવલણ ેનારવે છે તે 

A.  િવ�ક ઈલા�ર��ીર� B. � �રલાનીર� 

C. ોલે�કબીલીર� D.  ોલ વેબી�લર� 

43. 
બલ ક ક -્ �લમર નેના દારા ત પાર કરવામા ંઆવે છે  

A.  બલક ્ લીમરાઈઝેનન B. � લ�નુન ્ લીમરાઈઝેનન 

C. ��્ેકનન ્ લીમરાઈઝેનન D.  ઇમલનન ્ લીમરાઈઝેનન 

44. 
વજન �ર્રાન ્રમા� ુવજન ____________ ્દિત દારા મેળવી નકાપ.  

A.  પકાન �ક્ર�ર�ગ  B. અકત�તવ�્પ ેબાણ  

C. િવ�ક િ�ર� D.  અલ ા ક્કદતપાગી 

45. 
્ �લિવનાઇલ એિ�ર્રના જલિવચછેેન રુ ંઆ્ે   

A.  ્ �લિવનાઇલ કલ રાઇન B. ્ �લિવનાઇલ એ�ીરાલ 

C. ્ �લએ ��લક એિ�ન D.  ્ �લિવનાઇલ આલક હ લ 

46. 
્ �લમર િવ��નના પારં�ભક તબયે  

A.  ્ �લમર  નફળ  ર્ B. ્ �લમર અ� ુભગં ન� થાપ 

C. ્ �લમર  નફળ વસે D.  ્ �લમર �ાકંળ �ર્ુ 

47. 
એવી ��થિત ક્ �મા ં્ �લમર �બૂ ્ીક�ુ ંપવાહ� બની અને વહવ્ા�ુ ંન� કર્, આ ��થિત છે 

A.  િવ�ક -��થિત�થા્ક ��થિત B. િવ�ક  -પવાહ� ��થિત 

C. િવ�ક  ��થિત D.  પવાહ� ��થિત 

48. 
્ીવી�ી ઉત્ાેન માર્ન  કા્  માલ  

A.  િવનાઈલ કલ રાઇન B. ઇિથ�લન 

C. પ િ્લીન D.  કલ �રન 
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49. 
્ુેરતી રબર (્ લીઆઈ� િપન) મા ં  � �લ�ક નેની મેેથી કરવામા ંઆવે છે ? 

A.  � �નપમ B. કલ �રન 

C. �લફર D.  કાબરન 

50. 

નાપલ ન -6,6 નેમાથંી ઉત્ા�ેત થપેલ છે 

A.  ક્પ લેકરમ B. હક્�ાિમિથલીન નાપએમાઈન અને એન�િ્ક 

ઍિ�ન  

C. હક્�ાિમિથલીન નાપએમાઈન અને 

મે�લક એનહાઇડાઈન  

D.  હક્�ાિમિથલીન નાપએમાઈન અને �ેબા�ીક 

એિ�ન  

51. 

જ  ્રમા� ુ�ખંપા (Ni) અને તેમના ્રમા� ુવજન (M i) દારા ર�ૂ કરાપ ત  ્ �લમરન  ્ુલ 

જથથ  ક્રલ  ? 

A.  Σ(Ni)(M i) / Σ (M i) B. Σ(Ni)(M i)/ Σ (Ni) 

C. Σ(Ni)(M i) D.  Σ(Ni) + Σ (M i) 

52. 
C M C નેના �ાથે �બંિંસત છે? 

A.  બલક ્ લીમરાઈઝેનન B. � લ�નુન ્ લીમરાઈઝેનન 

C. ��્ેકનન ્ લીમરાઈઝેનન D.  ઇમલનન ્ લીમરાઈઝેનન 

53. 
નેના દારા �ફ�રકરણ � ંણૂર્ણે રાળ� નકાપ છે  

A.  અનીલ�ગ B. �કવવ�્�ગ 

C. ર્મ્ર�ગ D.  ન મરલાઈ��ગ  

54. 
ર્ર્ફથે�લક એિ�ન અને ઇિથ�લન ગલાપક લની પિત� પા રુ ંત પાર કર્ છે ? 

A.  ્ �લએમાઈન B. ્ �લકાબ�નેર 

C. ્ �લએ�રર D.  ્ �લબ�રુાનાઈન 

55. 
� �ર�લર�ના �ંે ભરમા ં�ા્  �બંસં જણાવ . 

A.  H DPE  >  L D P E  B. H DPE  <  L D P E  

C. H DPE  =  L D PE  D.  ઉ્ર કત તમામ 

56. 
રા�ાપ�ણક   � �લ�ક િવને રુ ં�ા�ુ ંનથી?   

A.  ઉલરાવી નકાપ તેવી પિત� પા B. તી્�રમાણીપ માળખા તરફ ે ર� �પ છે 

C. ઉલરાવી ન નકાપ તેવી પિત� પા D.  ક વેલ�ર બ કનન  �માવેન  

57. 
કપા કારણે દાવક ્ �લમર અ� ુ�ાથે � પાપિત� પા કરવા માર્  ણ  �મપ લે છે. 

A.  ્ �લમર ્રમા� ુમ રા કે  B. ્ �લમર ્રમા�નુી વ�રળાપેલી પ ર્િત  

C. મજ�તૂ આકષરણ બળ  D.  ઉ્ર કત તમામ. 

58. 
રપા્ાર� ર�તે િવનાઈલ કલ રાઇન નેના દારા ્ લીમરાઈઝ થાપ છે ? 

A.  ઇમલનન ્ લીમરાઈઝનેન B. ��્ેકનન ્ લીમરાઈઝેનન 

C. બનેં A. અને B. D.  A.અને B. મા�ુ ંએક્પ નહ� 

59. 

ઓછા ્રમા� ુવજન વાળા �ફ�રક�પ  ન અિનવાપર્ણે કઈ દ્ષરએ રપાખપાિપત થાપ ? 

A.  �ફ�રકમા ંરપ�કતગત ્રમા� ુ

��થિત  

B. �ફ�રક �ળ�  િૂમિત 

C. બાહ બળ ્ર પિતભાવ D.  ઉ્ર કત તમામ 

60. ્ �લમર મેલર ેનારવે  
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A.  ક�રૂનીઅન વતરન  B. ��નુ  પલા્�રક વતરન 

C. નાલેરંર વતરન D.  �બ�ગહામ વતરન 

61. 
��્ેકનન ્ લીમરાઈઝેનનમા ંઆરંભક _______________________ હ વા જ ઈએ 

A.  મી�નપા દારપ  B. મ ન મર દારપ 

C. મ ન મર અને મી�નપા દારપ D.  મ ન મર અદારપ 

62. 
્ �લમરના �ખુપ આસારમા ંએર મેર�ક  ુ્  

A.  તેને અદારપ કર્ B. થમરલ ��થરતા  રાન્ 

C. તેને દારપ કર્ D.  થમરલ ��થરતા વસાર્ 

63. 
િવ��ન � ેર્ થાપ છે તે ની્ેના અવપવ   ્ક� એક �ના ્ર ઓછા િનભરર છે 

A.  તા્માન B. ેબાણ 

C. � લ�નુન �ાદંતા D.  ઊ�ર 

64. 
ક� ુ્ �લમર ્ાણીમા ંદારપ છે? 

A.  ્ �લઇિથ�લન B. ્ �લપ િ્લીન 

C. ફ�ન લફ માર્લનહાઈન D.  ્ �લઈથેન � ્

65. 
્ �લમર ��થિત �પા ંબનેં  ાઉિનપન �હલ્ાલ થાપ છે  

A.   ન ��થિત B. િવ�ક  ��થિત�થા્ક ��થિત 

C. પવાહ� ��થિત D.  વા� ુ��થિત 

66. 
____________ન  ઉ્પ ગ કર�ને ્ �લપ િ્લીન બનાવવામા ંઆવે છે 

A.    િમપમ ઉતપેરક  B. �ઝગલર-નાટા ઉતપેરક 

C. હાઇડ જન ્ેર ક�ાઇન D.  ર્ર્ફથે�લક એિ�ન 

67. 
LD PE નેના દારા ઉત્ા�ેત કરાપ છે ? 

A.  હાઇ પેનર પ� પા  B. �ઝગલર પ� પા 

C. લ  પેનર પ� પા D.  �ફલીપ� પ� પા 

68. 

બલક ્ લીમરાઈઝેનનમા ંનનસ્ાત લકણ 

A.  ્ લીમરાઈઝનેન �ાથે 

િવ�ક િ�ર�મા ંવસાર  

B. ઉષમાકે્ક પિત� પા 

C. બનેં A. અને B. D.  A.અને B. મા�ુ ંએક્પ નહ� 

69. 
એ તા્માન ક્ �પાર્ ��થિત બેલાપ ( ન માથી પવાહ�)  તેને કહવ્ાપ 

A.  ઠારણ તા્માન B. ઉતકલન તા્માન 

C. ગલા�  ા્કઝનન તા્માન D.  ગલન તા્માન 

70. 
પલા્�રક ન લ લપૂર પકાનમા ંતેની મજ�તૂાઇ _________ના કારણે �મુાવે છે 

A.  પાિંતક અસધ્તન  B. અલ ા� િનક અસધ્તન 

C. ફ ર  અસધ્તન D.  ઓ�ક�ન્ર�વ અસધ્તન 
 

 
************** 


	Seat No.: ________                                                           Enrolment No._______
	GUJARAT TECHNOLOGICAL UNIVERSITY

