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Seat No.: ________                                                           Enrolment No.___________ 

GUJARAT TECHNOLOGICAL UNIVERSITY 
Diploma Engineering - SEMESTER–I (CtoD) • EXAMINATION – WINTER • 2014 

Subject Code: C322801 Date: 30-12-2014 
Subject Name: Fibre Science and Technology  
Time: 10:30 am – 12:00 pm Total Marks: 70 
Instructions: 

1. Attempt all questions. 
2. Make suitable assumption wherever necessary. 
3. Each question is of 1 mark. 
4. Use of SIMPLE CALCULATOR is permissible. (Scientific/Higher Version not allowed) 
5. English version is authentic. 

No. Question Text and Option 

1. 
As the Count increases, fibre fineness is ------------- . 
A. Increases B. Decreases 
C. Increase then Decreases D. Decreases then Increases 

2. 
Count  * Tex = ---------- . 
A. 235.3 B. 590.5 
C. 688.4 D. 790 

3. 
Yarn and Fabric can be made from --------- . 
A. Leaves B. Fibres 
C. Auxiliaries D. Plant 

4. 
Denier means it is weight in gm of ----------- length of the yarn . 
A. 9000 mtr B. 10000 mtr 
C. 18000 mtr D. 20000 mtr 

5. 
Two molecules of  ------------ combine with each other to form cellobiose . 
A. Alpha glucose  B. Beta glucose 
C. Alpha and Beta glucose D. None of the above 

6. 
Cotton can be cultivated in ---------- places . 
A. Wet & Moist B. Dry 
C. Warm & Moist D. None of above 

7. 
The picked Cotton contains about --------- seeds . 
A. 23 B. 33 
C. 43 D. 66 

8. 
Dry Cotton contains ---------- % of Protein . 
A. 4.3 B. 3.3 
C. 2.3 D. 1.3 

9. 
Which Function group is present in Structure of Cotton Fibre ? 
A. -COOH  B. -NH2  
C. -OH  D. -COO  

10. 
Which Chemical can dissolve the Cotton fiber easily ? 
A. 30% H2SO4 B. 70% H2SO4 
C. 30% HCl D. 70% HCl 

11. 
The primary wall of Cotton Structure is Covered with a --------- layer of wax. 
A. Circular B. Rectangular 
C. Molecular D. Cuticular 

12. 
Density of Wool Fibre is ------- gm/cm3 . 
A. 1.1 B. 1.2 
C. 1.35 D. 1.45 

13. 
The Chemical process of burr extraction from wool is known as ------------ . 
A. Polymerization B. Carbonization 
C. Dissolution D. None of these 

14. Which Chemical can dissolve wool completely at boiling ? 
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A. 5% HCl B. 5% NaOH 
C. 2% HCl D. 2% NaOH 

15. 
------------ is fibre material of Wool . 
A. Keratin B. Cellulose 
C. Fibroin D. None of above 

16. 
------------ fibre is obtain from mineral . 
A. Wool B. Asbestos 
C. Casein D. Kenaf 

17. 
The greater portion of Commercial Wool ,known as ---------- Wool .  
A. Trick B. Fleece 
C. Pulled D. Push 

18. 
In Coarse Wools there are -------- Crimps/inch . 
A. 0-2 B. 2-10 
C. 10-12 D. 12-20 

19. 
Silk Fibre Compose of ---------- Amino acids . 
A. 4 B. 8 
C. 12 D. 16 

20. 
When only --------- % in weight of the gum is removed , the silk is called Soupled silk.  
A. 0-5 B. 6-10 
C. 10-15 D. 16-20 

21. 
Silk Fibre Usually dye with --------- dyes. 
A. Direct B. Reactive 
C. Vat D. Acid 

22. 
Silk Fibre belongs to ---------- Chemical group . 
A. Cellulosic B. Polyamide 
C. Polyurethanes D. Polyolefin 

23. 
Production of Cocoons for their Filament is called --------- . 
A. Agriculture B. Moriculture 
C. Sericulture D. None of above 

24. 
Degumming of Silk is nothing but a ---------- of Raw Silk . 
A. Scouring B. Souring 
C. Desizing D. Bleaching 

25. 
Which variety of Silk account for 95% of world’s Production ? 
A. Tassar B. Eri 
C. None of These D. Bombyx mori 

26. 
Textile Fibres are Classified according to the Source and their --------- nature . 
A. Chemical B. Physical 
C. Geometrical D. Colour 

27. 
How much moisture is Composed of Silk at Standard Condition ? 
A. 21% B. 8% 
C. 11% D. 16% 

28. 
Degree of Polymerization of any polymer cannot be measure by --------- . 
A. Osmometry B. Light Scattering 
C. Conductometry D. Viscometry 

29. 
The Cross-section of Viscose rayon is ---------- . 
A. Half egg Shape B. Serrated 
C. Round D. Elliptical 

30. 
Which type of monomer required for formation of Condensation polymer ? 
A. Mono functional  B. Bi-Functional 
C. Tri Functional D. Tetra Functional 

31. 

In Viscose rayon manufacturing, which Chemical is require to Complete the 
Xanthation of Soda Cellulose ? 
A. CS2 B. C2S 
C. SC2 D. H2S 

32. Percent Crystallinity of Standard Viscose rayon fibre is approximately ----------- . 
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A. 20 B. 35 
C. 50 D. 65 

33. 
The Specific gravity of Polyester is --------- gm/cm3 

A. 1.19 B. 1.39 
C. 1.59 D. 1.79 

34. 

Which regenerated fibre’s Spinning Solution is Composed of 4% Copper, 29% 
ammonia & 9-10% Cellulose ? 
A. Acetate rayon  B. Viscose rayon 
C. Polynosic rayon D. Cupra ammonium rayon 

35. 
Among Following textile fibres, highest elastic recovery is demonstrate by  -------- . 
A. Viscose rayon B. Polyacrylonitrile 
C. Nylon D. Silk 

36. 
Which of Following fibres can be produced using Melt Spinning technology ? 
A. Viscose rayon B. Lyocell 
C. Cupra ammonium rayon D. Polyacrylonitrile 

37. 
Viscose-rayon fibre get dissolve in ------- . 
A. 30% H2SO4 B. 60% H2SO4 
C. 30% HCl D. 60% HCl 

38. 

In Steeping process of Viscose rayon manufacturing, the concentration of NaOH is     -
------------ % . 
A. 37.5 B. 27.5 
C. 17.5 D. 7.5 

39. 
Which Catalyst is necessary to Polymerize the Propylene at 50-75° C ? 
A. Zieglar Natta B. TiO2 
C. Ammonia D. None of these 

40. 
Acrylic is --------- Fibre . 
A. Natural B. Semi-synthetic 
C. Synthetic D. None of these 

41. 
Polypropylene can be dyed by ----------- . 
A. Dope dyed B. Solution dyed 
C. Both A & B D. None of above 

42. 
Which fibre is widely used in Geo-textiles ? 
A. Kevlar B. Polyester 
C. Nylon D. Polypropylene 

43. 
Production of Oligomers is a major concern in -------- manufacturing . 
A. Polyester B. Polypropylene 
C. Polystyrene D. Viscose rayon 

44. 

Which type of Configuration of Polypropylene have gained considerable acceptance as 
a textile fibre ? 
A. Atatic B. Syndiotactic 
C. Isotactic D. None of these 

45. 
The Strength of Viscose-Rayon Fibre is -------- in Wet Condition . 
A. Increase B. Decrease 
C. Decrease then Increase D. None of above 

46. 
Polynosic Rayon is an --------- fibre. 
A. Natural B. Synthetic 
C. Semi-synthetic D. All of above 

47. 
--------- Fibre is also known as Artificial silk . 
A. Cotton B. Acrylic 
C. Polyester D. Cupra-ammonium Rayon 

48. 

Acetate Rayon is Soluble in ---------- . 
A. NaOH B. Na2CO3 
C. H2SO4 D. Acetone 

 
49. Nylon is a -------- . 
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A. Monomer B. Natural Fibre 
C. Polymer D. Semi-Synthetic Fibre  

50. 
At which temperature the Acrylic can be ironed safely? 
A. 150° C B. 170° C 
C. 190° C D. 210° C 

51. 
Wet tenacity of Tencel Fibre is ------- Grams/Denier . 
A. 4.2-4.6 B. 4.6-4.8 
C. 4.8-5.2 D. 5.2-5.6 

52. 
Cationic dyes can be dyed on ------ . 
A. Polyester B. Polypropylene 
C. Texturised Polyester D. Cationic dyeable polyester 

53. 
Polyester Dissolves in --------- . 
A. H2SO4 B. Salicylic acid 
C. Meta-Cresol D. Citric acid 

54. 
The Melting point of Nylon-6 fiber is -------- ° C 
A. 125-150 B. 185-200 
C. 200-215 D. 215-230 

55. 
Moisture regain of Orlon in Standard condition is -------- . 
A. 2% B. 4% 
C. 6% D. 8% 

56. 
How much moisture is composed of in polyester at 65% RH? 
A. 0.8% B. 1.6% 
C. 0.4% D. 3.2% 

57. 
The tenacity of Lyocell in dry state is --------- grams/denier . 
A. 5.2-5.5 B. 4.2-4.5 
C. 5.8-6.0 D. 4.8-5.0 

58. 
The moisture regain of Lyocell in Standard Condition is ---------  .  
A. 4.5 B. 7.5 
C. 9.5 D. 11.5 

59. 
Which Monomer is used to make polyester Polymer ? 
A. HMD B. PAN 
C. EG D. None of these 

60. 

Which Chemical group is introduced during modification of normal polyester to 
Convert into CDPET ? 
A. Amino B. 5-Sulphophthalic acid 
C. Azo D. Nitro 

61. 
Which Spinning method is adopted for Spinning of Polyester polymer ? 
A. Melt Spinning B. Wet Spinning 
C. Dry Spinning D. None of these 

62. 
Nylon Fibre get dissolve in ------- . 
A. Formic acid B. Salicylic acid 
C. DMF D. Citric acid 

63. 
Nylon-6 is also known as ---------- . 
A. Polystyrene B. Polyolefin 
C. Polyethylene D. Polycaprolactum 

64. 
----------- is thermoplastic fibre . 
A. Silk B. Polyester  
C. Viscose Rayon D. Cotton 

65. 
Polytetrafluroethylene is also known as -------- . 
A. Teflon B. Orlon 
C. Dralon D. Dynel 

66. 
Polyethylene Fibre can also be Known as ---------- . 
A. Polyurethanes B. Polypropylene 
C. Polyolefin D. Polyvinylalcohol 

67. Saran Fibre belongs to which Chemical Group ?  
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A. Polyolefin B. Mod-acrylic 
C. Cellulose D. Polypropylene 

68. 
Spandex & Rubbers are --------  . 
A. Polyamide B. Aramid 
C. Polyvinylalcohol D. Elastomers 

69. 
Moisture regain of Nylon 66 is -------- in standard condition . 
A. 2.1% B. 4.2% 
C. 6.3% D. 8.4% 

70. 
----------- Fibre has Round shape Cross-Section 
A. Viscose Rayon B. Silk 
C. Nylon D. Cotton 

 
************** 

�જુરાતી 

ન.ં પ્ તેમજ િવકલ્ 

1. 
કાઉન્મા ંવધારો કરતા ફાઈબરની ફાઈનનેસ ----------- .  

A.  વધે છે  B. ઘ �્ છે 

C. ્હ�લા વધે ્છ� ઘ �્ છે D.  ્હ�લા ઘ �્ ્છ� વધે છે 

2. 
કાઉન્ * �્ક =----------- . 

A.  ૨૩૫.૩ B. ૫૯૦.૫ 

C. ૬૮૮.૪ D.  ૭૯૦ 

3. 
યાનર અને કા્ડ ------- માથંી બનાવવામા ંઆવે છે .  

A.  ્ાદંડા  B. ર�ષા  

C. ઓકઝીલર�ઝ D.  છોડ 

4. 
ડ�િનયર એ્લે --------- લબંાઈ ધરાવતા યાનર્ ુ ં ામમા વજન . 

A.  ૯૦૦૦ મી્ર B. ૧૦૦૦૦ મી્ર 

C. ૧૮૦૦૦ મી્ર D.  ૨૦૦૦૦ મી્ર 

5. 
-------- ના બે અ�ઓુ એકબી� સાથે જોડાઈને સેલોબાઈઝ બનાવે છે . 

A.  આલફા ગ્કુોઝ  B. બી્ા ગ્કુોઝ 

C. આલફા અને બી્ા ગ્કુોઝ D.  ઉ્રના માથંી એક ્ણ નહ� 

6. 
 કો્ન નો ઉછેર --------- જગયા ્ર થાય છે . 

A.  ભીની અને ભેજવાળ� B. ડાય  

C. ગરમ અને ભેજવાળ� D.  ઉ્રના માથંી એક ્ણ નહ� 

7. 

િ્કડ કો્નમા ંઆઆર� -------- બીજ હોય છે . 

A.  ૨૩ B. ૩૩ 

 

C. ૪૩ D.  ૬૬ 

 

8. ડાય કો્નમા ં--------- % પો્�ન ધરાવે છે . 
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A.  ૪.૩ B. ૩.૩ 

C. ૨.૩ D.  ૧.૩ 

9. 
કો્ન ફાઈબરના બધંારણમા ંકયો �કયાઆીલ સ �ુુ હોય છે ?  

A.  -COOH  B. -NH2 

C. -OH D.  -COO 

10. 
કો્ન ફાઈબર કયા રસાયણમા ંસરળતાથી ઓગળ� �ય છે ?  

A.  ૩૦% H2SO4 B. ૭૦% H2SO4 

C. ૩૦% HCl D.  ૭૦% HCl 

11. 
�ના બધંારણની પાથિમક �દવાલ િમણના ં------- ્ડ વડ� ઢંકાયેલી હોય છે . 

A.  સર�લુર B. ર�ક �્નગ્લુર 

C. મોલે�લુર D.  �ુ્��લુર 

12. 
ઊનની ધનતા -------  ામ/સે.મી૩ છે . 

A.  ૧.૧ B. ૧.૨ 

C. ૧.૩૫ D.  ૧.૪૫ 

13. 

ઊનમાથંી �રુ નામની અ��ુદને  ેર કરવા મા �્ વ્રાતી રાસાયાણક �કયા --------- 

તર�ક� ઓળખાય છે , 

A.  ્ોલીમરાઈઝેઆન B. કાબ�નાઈઝેઆન 

C. ડ�ઝોલ્આુન D.  આમાથંી એક ્ણ નહ� 

14. 
ઊન કયા રસાયણમા ંઉકળતા ંતા્માને ઓગળ� આક� છે ?  

A.  ૫% HCl B. ૫% NaOH 

C. ૨% HCl D.  ૨% NaOH 

15. 
------- એ ઊનમા ંરહ�્ ુ ંફાઈબર મ્�ર�યલ છે . 

A.  ક�રા્�ન  B. સેલ્લુોઝ 

C. ફાઈબોઈન D.  ઉ્રના માથંી એક ્ણ નહ� 

16. 
--------- ફાઈબર એ મીનરલ માથી મળે છે . 

A.  ઊન B. એસબબ્ોઝ  

C. ક�સીન  D.  ક�નાફ  

17. 
કમરસીયલ ઊનના મો્ા ભાગના પમાણને -------- કહ� છે .  

A.  ટ�ક B. �ફલસ 

C. �લુડ D.  �સુ 

18. 

કોસર ઊનમા ં-------- �ક્્/�ચ હોય છે . 

 

A.  ૦-૨ B. ૨-૧૦ 

C. ૧૦-૧૨ D.  ૧૨-૨૦ 

19. િસલક ફાઈબર મા ં------- એિમનો એિસડ હોય છે . 
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A.  ૪ B. ૮ 

C. ૧૨ D.  ૧૬ 

20. 
જયાર� -------- % ગમ ્ુ ંવજન િસલક માથંી  ેર થાય છે , તેને સ્લડ િસલક કહ� છે . 

A.  ૦-૫  B. ૬-૧૦  

C. ૧૦-૧૫  D.  ૧૬-૨૦  

21. 
િસલક ફાઈબર ્ુ ંરંગકામ મો્ાભાગે --------- ડાય વડ� થાય છે . 

A.  પ્યક B. ર�એક્�વ 

C. વે્ D.  એિસડ 

22. 
િસલક ફાઈબર ------- રસાયણ સ �ુુ સાથે જોડાયે્ુ ંછે . 

A.  સેલ્લુોઝીક B. ્ોલીએમઈડ 

C. ્ોલી્રુ�થીન D.  ્ોલીઓાલફ�ન 

23. 
ફ�લામેન્ મા �્ કરવામા ંઆવતા કોસે્ો ના ઉ્્ાદનને ------- કહ�વાય છે . 

A.  એ ીકલચર B. મોર�કલચર 

C. સેર�કલચર D.  ઉ્રના માથંી એક ્ણ નહ� 

24. 
ડ�ગમ�ગ એ બી�ુ ંકાઈં નહ� ્ણ કાચા િસલક્ુ ં------- છે . 

A.  સકાઉર�ગ B. સાઉર�ગ 

C. ડ�સાઈઝ�ગ D.  બલીચ�ગ 

25. 
િસલકની કઈ પ�તી ેુિનયાભરના િસલકના ઉ્્ાદનમા ં૯૫% ભાગ ધરાવે છે ?  

A.  ્સસર B. એર� 

C. આમાથંી એક ્ણ નહ� D.  બો�્બક મોર� 

26. 

�્�્ાઈલ ર�ષાઓ્ુ ંવગ�કરણ તેમના �ોતો અને --------- �ણુોને આધર� કરવામા ં

આવે છે . 

A.  રાસાયાણક  B. ભૌિતક 

C. ભૌિમિતક D.  રંગ 

27. 
પમાણા  ત ્�ર�સથિતમા ંિસલક મા ંક�્લો ભેજ હોય છે ?  

A.  ૨૧%  B. ૮%  

C. ૧૧%  D.  ૧૬%  

28. 
કોઈ ્ણ ્ોલીમર ની ડ� ી ઓફ ્ોલીમરાઈઝેઆન ------- દારા મા્ી નહ� આકાય .  

A.  ઓસમોમેટ�  B. લાઈ્ સક�્ર�ગ  

C. કંડટોમેટ� D.  િવસકોમેટ� 

29. 
િવસકોસ ર�યોનનો આડો છેડ -------- હોય છે .  

A.  અડધા �ડા �વો  B. ધતંાદાર  

C. ગોળ  D.  લબંગોળ  

30. કનડ�નઆેઆન ્ોલીમર બનાવવા મા �્ કયા પકારના મોનોમર ની જ�ર� હોય છે ?  
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A.  મોનો �કયાઆીલ  B. બાય �કયાઆીલ  

C. ટાય �કયાઆીલ  D.  �્ટા �કયાઆીલ  

31. 
સોડા સેલ્લુોઝની ઝેનથેઆનની પ�કયામા ંકયા રસાયણની જ�ર ્ડ� છે ?  

A.  CS2 B. C2S 

C. SC2 D.  H2S 

32. 
િવસકોસ ર�યોન ફાઈબરમા ંઆઆર� ------- % �કસટલાિન્� હોય છે . 

A.  ૨૦ B. ૩૫ 

C. ૫૦ D.  ૬૫ 

33. 
્ોાલએસ્ર ની ધનતા -------  ામ/સે.મી૩ છે . 

A.  ૧.૧૯ B. ૧.૩૯ 

C. ૧.૫૯ D.  ૧.૭૯ 

34. 

કયા ર�જનર� �્ડ ર�ષાના ંસ્ીન�ગ્ુ ંદાવણ ૪% કો્ર ,૨૯% એમોિનયા અને ૯-૧૦% 

સેલ્લુોઝ્ુ ંપમાણ ધરાવે છે ?  

A.  એિસ �્્ ર�યોન  B. િવસકોઝ ર�યોન  

C. ્ોાલનોસીક ર�યોન  D.  �પુાએમોિનયમ ર�યોન  

35. 
નીચેના ફાઈબર માથંી -------- ની ઈલા�સ્ક ર�કવર� વધાર� હોય છે  .  

A.  િવસકોઝ ર�યોન B. ્ોલીએકલોનાઈટાઈલ  

C. નાયલોન  D.  િસલક  

36. 
નીચેના માથંી કયો ફાઈબર મેલ્ �સ્ન�ગ દારા બનાવી આકાય છે ?  

A.  િવસકોઝ ર�યોન B. લાયોસેલ  

C. �પુાએમોિનયમ ર�યોન D.  ્ોલીએકલોનાઈટાઈલ 

37. 
િવસકોઝ-ર�યોન ફાઈબર ---------- રસાયણ મા ંઓગાળ� �ય છે .  

A.  ૩૦% H2SO4 B. ૬૦% H2SO4 

C. ૩૦% HCl D.  ૬૦% HCl 

38. 
િવસકોઝ-ર�યોનના ઉ્્ાદનની સ્�્�ગ �કયામા ંNaOH ની સા�ંતા ----- % હોય છે . 

A.  ૩૭.૫ B. ૨૭.૫ 

C. ૧૭.૫ D.  ૭.૫ 

39. 
૫0 થી૭૫ᵒ સે.તા્માને પોિ્લીન્ુ ં્ોલીમરાઈઝેઆન કરવા કયો ઉ�ઉ્ક વ્રાય છે ?  

A.  ઝીગલર નાાા B. TiO2 

C. એમોિનયા  D.  આમાથંી એક ્ણ નહ� 

40. 
એ�કલીક -------- ફાઈબર છે . 

A.  �ુદરતી  B. સેમી િસનથે�્ક 

C. િસનથે�્ક   D.  આમાથંી એક ્ણ નહ� 

41. ્ોલીપો્ીલીન્ુ ંરંગકામ ------ દારા કર� આકાય છે .  
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A.  ડો્ ડા�ગ  B. સોલ્આુન ડા�ગ  

C. A અને B બનેં  D.  ઉ્રના માથંી એક ્ણ નહ� 

42. 
�ઓ- �્�્ાઈલમા ંકયો ફાઈબર વ� ુપમાણમા ંવ્રાય છે ?  

A.  ક�વલાર  B. ્ોાલએસ્ર 

C. નાયલોન D.  ્ોલીપો્ીલીન  

43. 
ઓાલગોમર્ુ ંઉ્્ાદન ------- ફાઈબરની બનાવ્ સાથે સબંધં ધરાવે છે .  

A.  ્ોાલએસ્ર B. ્ોલીપો્ીલીન 

C. ્ોલીસ્ાયર�ન  D.  િવસકોસ ર�યોન  

44. 
્ોલીપોિ્લીનના કયા પકારની �્ર�ખાને �્�્ાઈલ ફાઈબર તર�ક� સવીકાયર છે ?  

A.  એ �્ક્�ક   B. િસનડ�યો �્ક્�ક   

C. આઈસો �્ક્�ક  D.  આમાથંી એક ્ણ નહ� 

45. 
ભીની ્�ર�સથિતમા ંિવસકોસ ર�યોનની સટ�નથ ---------- .   

A.  વધે છે  B. ઘ �્ છે  

C. વધે ્છ� ઘ �્ છે  D.  ઉ્રના માથંી એક ્ણ નહ� 

46. 
્ોલીનોસીક ર�યોન ------ ફાઈબર છે . 

A.  �ુદરતી  B. િસનથે�્ક   

C. સેમી િસનથે�્ક D.  ઉ્રના બધા  

47. 
આ્��ફિસયલ િસલક તર�ક� ------ ફાઈબર ને ઓળખાય છે . 

A.  કો્ન  B. એ�કલીક 

C. ્ોાલએસ્ર D.  �પુાએમોિનયમ ર�યોન 

48. 
એિસ �્્ ર�યોન -------- મા ંસોલ્બુલ છે .  

A.  NaOH B. Na2CO3 

C. H2SO4 D.  એિસ્�ન  

49. 
નાયલોન -------- છે . 

A.  મોનોમર  B. �ુદરતી ફાઈબર  

C. ્ોલીમર  D.  સેમી િસનથે�્ક ફાઈબર  

50. 
એ�કલીક ્ુ ંકયા તા્ામાને સલામતથી ઈ�ી કર� આકાય છે ?  

A.  ૧૫૦° સે. B. ૧૭૦° સે. 

C. ૧૯૦° સે. D.  ૨૧૦° સે. 

51. 

ભીની ્�ર�સથિતમા ં �્નસેલ  ફાઈબરની સટ�નથ -------  મ/ડ�િનયર છે . 

 

A.  ૪.૨-૪.૬ B. ૪.૬-૪.૮ 

C. ૪.૮-૫.૨ D.  ૫.૨-૫.૬ 

52. -------- ફાઈબર્ુ ંરંગકામ ક�્ાયોિનક ડાઈ વડ� કર� આકાય છે . 
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A.  ્ોલીએસ્ર  B. ્ોલીપોિ્લીન 

C. �્��રુાઈઝ ્ોલીએસ્ર  D.  ક�્ાયોિનક ડાયેબલ ્ોલીએસ્ર 

53. 
્ોલીએસ્ર -------- મા ંઓગળે છે .  

A.  H2SO4 B. સેાલિસાલક એિસડ  

C. મે્ા-ક�સોલ  D.  સાઈટ�ક એિસડ  

54. 
નાયલોન -૬ ્ુ ંમેલ્�ગ તા્માન -------- ᵒ સે.  છે .  

A.  ૧૨૫-૧૫૦ B. ૧૮૫-૨૦૦ 

C. ૨૦૦-૨૧૫ D.  ૨૧૫-૨૩૦ 

55. 
પમાણા  ત ્�ર�સથિતમા ંઓરલોન  ફાઈબર ની ભેજ કમતા ------ છે . 

A.  ૨%  B. ૪% 

C. ૬% D.  ૮% 

56. 
્ોલીએસ્રમા ં૬૫% RH એ ભેજ્ુ ંપમાણ ક�્લી હોય છે ?  

A.  ૦.૮% B. ૧.૬% 

C. ૦.૪% D.  ૩.૨%  

57. 
ડાય ્�ર�સથિતમા ંલાયોસેલ ફાઈબર ની �્નાિસ્� ---------  ામ/ડ�િનયર છે .  

A.  ૫.૨-૫.૫ B. ૪.૨-૪.૫ 

C. ૫.૮-૬.૦ D.  ૪.૮-૫.૦ 

58. 
પમાણા  ત ્�ર�સથિતમા ંલાયોસેલ ફાઈબર ની ભેજ કમતા ------- હોય છે . 

A.  ૪.૫ B. ૭.૫ 

C. ૯.૫ D.  ૧૧.૫ 

59. 

્ોલીએસ્ર ્ોલીમર બનાવવા મા �્ કયો મોનોમર વ્રાય છે ?  

 

A.  એચ.એમ.ડ�.  B. ્ી.એ.એન. 

C. ઈ.�.  D.  આમાથંી એક ્ણ નહ� 

60. 

સામાનય ્ોલીએસ્ર્ુ ંમોડ��ફક�આન કર�ને સી.ડ�.્ી.ઈ.્�. બનાવવાની ની �કયા 

દર્યાન ક્ ુરાસાયાણક  ુ્  તેમા ંદાખલ કરવામા ંઆવે છે ?  

 

A.  એિમનો  B. ૫-સલફોથેાલક એિસડ  

C. એઝો  D.  નાઈટો  

61. 

્ોલીએસ્રના ં્ોલીમરના ં �સ્ન�ગ  મા �્ કઈ  �સ્ન�ગ �્કિનક ્સદં કરવામા ંઆવે 

છે ?  

 

A.  મેલ્ �સ્ન�ગ  B. વે્ �સ્ન�ગ  

C. ડાય �સ્ન�ગ  D.  આમાથંી એક ્ણ નહ� 

62. નાયલોન ફાઈબર --------- મા ંઓગળે છે .  
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A.  ફોિમ�ક એિસડ  B. સેાલિસાલક એિસડ 

C. ડ�.એમ.એફ.  D.  સાઈટ�ક એિસડ 

63. 
નાયલોન-૬ ને -------- તર�ક� ્ણ ઓળખાય છે .  

A.  ્ોલીસ્ાયર�ન  B. ્ોલીઓલીફ�ન  

C. ્ોલી્રુ�થીન  D.  ્ોલીક�પોલેક્મ  

64. 
--------- થમ�પલા�સ્ક ફાઈબર છે .  

A.  િસલક  B. ્ોલીએસ્ર  

C. િવસકોસ ર�યોન  D.  કો્ન  

65. 
્ોલી �્ટાફલોરો-ઈથીલીન ને ------- તર�ક� ્ણ ઓળખાય છે .  

A.  �્ફલોન  B. ઓરલોન  

C. ડાલોન   D.  ડાયનેલ  

66. 
્ોલીઈથીલીન ફાઈબરને -------- તર�ક� ્ણ ઓળખાય છે . 

A.  ્ોલી્રુ�થીન B. ્ોલીપો્ીલીન 

C. ્ોલીઓલીફ�ન D.  ્ોલીિવનાઈલ આલકોહોલ  

67. 
સરાન ફાઈબર કયા રસાયણ સ �ુુ સાથે સબંધં ધરાવે છે ?  

A.  ્ોલીઓલીફ�ન B. મોડ- એ�કલીક 

C. સેલ્લુોઝ  D.  ્ોલીપો્ીલીન 

68. 
સ્ાનડ�ક અને રબબર એ  ---------- છે . 

A.  ્ોલીએમાઈડ  B. એરામાઈડ  

C. ્ોલીિવનાઈલ આલકોહોલ D.  ઈલાસ્ોમર  

69. 
પમાણા  ત ્�ર�સથિતમા ંનાયલોન-૬૬ ની ભેજ  હણ-કમતા -------- હોય છે . 

A.  ૨.૧% B. ૪.૨% 

C. ૬.૩% D.  ૮.૪% 

70. 
-------- ફાઈબરનો આડો છેડ ગોળ હોય છે . 

A.  િવસકોસ ર�યોન B. િસલક 

C. નાયલોન D.  કો્ન 
 

************** 
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