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Attempt all questions.
Make suitable assumptions wherever necessary.
Figures to the right indicate full marks.

Discuss in general about Silicone Rubber with their formula. 07)
Describe in detail about two different mechanisms are used to control the molecular (07)
weight of the polymer during polymerization of Chloroprene Rubber (CR).

Explain the description, uses for virgin plastic and uses for plastics made from (07)
recycled waste plastics for PVC,PP,PS.

Write the general properties of Polyethylene Terepthalate, High density polyethylene (07)
and Low density Polyethylene.

OR
Describe in detail about the classification of Plastics. 07)
Describe in detail about types of Yarn with its characteristics.. 07)
Write the properties of Linen, Nylon and Rayon. 07)
OR
Give the classification of natural and Man-made fibres by chart. 07)
Write the difference between woven and non-woven. 07)
Explain in detail about the purpose and importance of Testing for Polymer Products. 07)
Write in detail about the Modes of Stressing. 07)
OR
Short note on “Machining.” 07)
Discuss the importance of Test Conditions for Polymer Products. 07)

Write the importance of Tensile Strength properties for vulcanized rubber. Discuss the (07)
procedure, calculations and principle of the method.

State the importance of measuring Density of Polymer product. How many methods (07)
are used for measuring density of polymer product? Discuss in detail.

OR
Define the term (i) Compression Stress (ii) Compression Strain (iii) Compression Set  (07)
at Constant Strain. Write about the apparatus, Test Piece and Procedure for measuring
Compression Set at Constant Strain .
List the different types of methods used for measuring Accelerted Aging on (07)
Vulcanised Rubber Products. Write in detail about any One.
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